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We have trapped rubidium atoms in the magnetic field produced by a superconducting atom
chip operated at liquid Helium temperatures. Up to 8.2 · 105 atoms are held in a Ioffe-Pritchard
trap at a distance of 440 µm from the chip surface, with a temperature of 40 µK. The trap lifetime
reaches 115 s at low atomic densities. These results open the way to the exploration of atom–surface
interactions and coherent atomic transport in a superconducting environment, whose properties are
radically different from normal metals at room temperature.

PACS numbers: 03.75.Be, 39.25.+k, 32.80.Pj

In atom chip experiments, cold atoms are trapped in
the magnetic field gradients created by micron-sized cur-
rent carrying wires [1] or ferromagnetic structures [2].
The design of the magnetic potential is thus very flexi-
ble, allowing for a precise manipulation of the external
degrees of freedom of the atomic sample. In this context,
the operation of a conveyor belt [3] or of an atomic beam-
splitter [4] have been demonstrated. These devices are
particularly interesting for preparing degenerate bosonic
or fermionic quantum gases [5, 6].

Atom chips have a wealth of potential applications.
They lead to the realization of compact atomic clocks [7],
which are a key element for communication and position-
ing. Integrated atom interferometers [8] could be used
as compact inertial sensors. More generally, atom chips
open the possibility to bring well-controlled atomic sam-
ples close to “conventional” micro- or optoelectronic sys-
tems, an important step for quantum information pro-
cessing and communication.

These objectives require the preservation of atomic co-
herence in the vicinity of the chip surface. At room tem-
perature, as is the case in all atom chips experiments so
far, various noise sources can jeopardize coherent atomic
manipulations. Fluctuating currents of thermal origin
(Nyquist noise) in a metallic substrate lead to fluctuat-
ing magnetic fields at the trap center. These field fluctu-
ations can induce spurious transitions towards untrapped
atomic states and are thus a potentially harmful source
of atomic losses [9].

The field noise spectrum in the vicinity of a supercon-
ductor is expected to be drastically different from that
of a normal metal at room temperature. Accordingly,
the trap lifetime should increase significantly [10], with
interesting potentialities for coherent atomic manipula-
tions. Moreover one benefits from an extremely good
vacuum because of cryogenic pumping, as it has already
been demonstrated for magnetic traps with centimeter-
size coils [11].

We report here the operation of a superconducting
atom chip. This experiment opens the way to studies

of the interactions of cold atoms with superconducting
surfaces and currents. In the longer term, we plan to use
such a device to prepare cold Rydberg atoms and hold
them for long times in a coherence-preserving electric
trap [12]. These atoms, shielded from room temperature
blackbody radiation, could be employed for quantum in-
formation and fundamental studies on atom–surface and
atom–atom interactions in dense Rydberg gases [13].

FIG. 1: (Color online) Scheme of the experiment. Laser
beams along the x direction are not represented

The atoms are cooled and trapped in a sequential pro-
cess, taking place in the set-up sketched in Fig. 1. Ru-
bidium atoms (87Rb) from a room temperature vapor
are trapped and cooled in a 2D-magneto optical trap
(MOT) producing an intense slow atomic beam which
propagates upwards towards the experimental chamber
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in the cryostat. The beam is recaptured in front of the
chip in a mirror-MOT using centimeter-sized supercon-
ducting coils [14]. The atomic sample is then transferred
into a tighter mirror-MOT whose field is produced by
on-chip wires and, finally, brought into a Ioffe-Pritchard
magnetic trap.

The 2D-MOT UHV chamber at room-temperature is
made up of two separate parts (Rb cell and drift cham-
ber) connected together by a 10 mm tunnel with a small
0.8 mm diameter allowing for differential pumping. The
pressure in the cell is limited by the Rb background pres-
sure to ∼ 10−8 mbar whereas the drift chamber is evacu-
ated to a few 10−10 mbar. Atoms are trapped in the Rb
cell along the horizontal x and y directions by counter-
propagating laser beams (30 mW per beam, waist 40 mm
along z and 20 mm along x and y, detuned by −2.7 Γ
from the closed 5S1/2, F = 2 to 5P3/2, F = 3 transition).
A repumping laser, tuned to the F = 1 to F = 2 tran-
sition, is superimposed with the trapping beams. The
2D quadrupolar magnetic field gradient in the xy plane
is 10 Gauss/cm. A vertical laser beam along z (intensity
6 mW/cm2) extracts the atoms from the 2D-MOT and
pushes them towards the cryostat. When they get out
of the horizontal repumping beams, a few cm above the
2D-MOT, they are pumped into the F = 1 dark state
and are no longer pushed. The total atomic flux in the
drift chamber is 1.5 · 107 atoms/s. The velocity distribu-
tion spreads between 10 and 20 m/s and can be tuned
by adjusting the power of the pushing beam. The atomic
beam divergence (6 mrad) is determined by the diame-
ter of the tunnel connecting the two chambers which is
18 cm above the 2D-MOT. The resulting beam diameter
in front of the chip (60 cm above the 2D-MOT) is 3.5 mm,
smaller than the distance to the chip surface (5 mm). A
direct contamination of the chip by the atomic beam is
thus avoided.

The beam from the 2D-MOT enters a 4He cryostat
through a 10 mm diameter tube made of Nylon and stain-
less steel bellows with low thermal conductivity. The
tube couples into an inner experimental cell cooled down
to 4.2 K which has nearly no connection with the insu-
lation vacuum of the cryostat (8 · 10−8 mbar), in order
to benefit from the extremely efficient cryogenic pump-
ing by its cold surfaces. The optical viewports have a
diameter of 60 mm and are carefully mounted in order
to reduce the stress due to pressure and thermal con-
tractions. Moreover the cold windows are made of SF57
glass, which has a particularly low stress-induced bire-
fringence [15]. The total measured phase shift between
orthogonal polarizations for a laser beam crossing the
whole setup is below 0.3 rad (95 % of the power remains
in the desired polarization).

In the inner experimental cell, an ensemble of
centimeter-sized superconducting coils mounted around
the chip creates a uniform bias field along any direc-
tion. Atoms from the low velocity beam are recap-

FIG. 2: (Color online) Layout of the atom chip. Black lines
correspond to Nb wires. The dashed lines show the relative
position of the “quadrupole” coil placed 1.5 mm behind the
chip surface.

tured in a mirror-MOT in front of the chip reflecting
surface [14]. Two counter-propagating laser beams are
forming a 45 deg angle with the chip surface in the yz

plane and two others are propagating in opposite direc-
tions along the x axis (see Fig. 1). All beams, brought to
the experiment by polarization-maintaining fibers, have
a 5 mm waist and a power of 8.5 mW. A fiber-coupled
repumping beam (600 µW) is also sent along the x di-
rection. The quadrupole magnetic field is obtained by
an elongated 10 mm × 28 mm rectangular supercon-
ducting coil placed 1.5 mm behind the chip (19 turns
of Niomax Nb-Ti wire). It produces near its bottom end
the same field as a U-shaped current distribution (see
Fig. 2). Combined with a nearly uniform bias field Bz

along z, it creates a quadrupole field over a spatial ex-
tension of a few mm [14], well adapted for an efficient
capture of the atoms from the slow beam. The current
in the rectangular “quadrupole” coil, IQ, is 1.77 A. and
the bias field, Bz, is 3.1 Gauss.

Observations of the trapped cloud are carried out ei-
ther by imaging the atomic fluorescence in the MOT
beams or by measuring the absorption of a resonant
probe beam. In both cases, the image is formed on a
cooled CCD camera by lenses located outside the cryo-
stat. The observation direction is either normal to the
chip surface (“front” observation, along y) or along an
axis making an angle of 11 deg with respect to x (“side”
observation). In the latter case, we observe both the di-
rect image of the cloud and its reflection on the chip. We
can thus determine precisely the distance of the cloud
from the surface. In a 5 s time interval, we load 5 · 107

atoms into the mirror-MOT at 2.1 mm from the surface.
The cloud has a diameter of 2 mm and its temperature,
measured by time of flight, is about 300 µK.
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FIG. 3: Timing of the experiment. IQ: current in the
quadrupole coil, Bz: bias field along z direction, IU : cur-
rent in the U wire, IZ : current in the Z wire, δ: trapping
beam detuning, P : trapping beam power.

Our atom chip (see Fig. 2) is made on a 65 mm×30 mm
silicon wafer (thickness 360 µm) with a 500 nm insulat-
ing oxidized layer. It is coated by a 900 nm thick layer
of Nb by cathodic plasma sputtering. A “U-wire” (width
280 µm) is used for the on-chip mirror-MOT, and a “Z-
wire” (width 40 µm) for the magnetic Ioffe-Pritchard
trap. The wires and contact pads are produced by stan-
dard optical lithography with a soft laser-printed mask
followed by reactive ion etching. The resulting wire edge
precision is about 5 µm. It will be considerably improved
in the future using e-beam lithography for critical areas.
Niobium and silicon being bad optical reflectors, the cen-
tral part of the chip is coated by a 200 nm thick layer
of gold (obtained by evaporation) on a 1.5 µm planariza-
tion and insulating layer of BCB (Dow chemicals, Ref.
XU35133). The wafer is glued with silver lacquer and me-
chanically clamped on a copper plate (thickness 1 mm),
in thermal contact with the 4.2 K bath. This plate is cut
in many places in order to reduce the effect of eddy cur-
rents and hence allow for a fast switching of the magnetic
fields. The current is fed in the chip structures through
Nb-Ti Niomax wires soldered by a superconducting al-
loy [16] on the contact pads. The critical current for the
U-wire circuit is above 5 A. For the Z-wire, the transition
to normal state occurs at 1.94(1) A without laser light.
In the presence of the trapping beams, this critical cur-
rent is reduced to 1.71(1) A by the local heating due to
losses in the gold mirror.

The complete timing for a trapping sequence is shown
on Fig. 3. The mirror-MOT loading lasts 5 s. The 2D-
MOT lasers are switched off 100 ms before the end of the
loading, allowing the slowest atoms to reach the mirror-
MOT. The trapped atoms are then transferred in 20 ms
into the on-chip mirror MOT, whose magnetic field is
produced by the U-wire and the uniform bias (the laser
parameters are left unchanged). We decrease the current

IQ linearly from 1.77 A down to 0 A, increase simulta-
neously the U-wire current IU up to 3 A, and reduce
the bias field Bz down to 0.52 Gauss. These parameters
optimize the “mode matching” between the two mirror-
MOTs. We obtain a transfer efficiency of ≈ 85 % and the
atomic cloud is finally at 1.8 mm from the chip surface.

In the next step, lasting also 20 ms, we bring the sam-
ple at a distance of 460 µm from the chip surface, cor-
responding to final values of BZ and IU of 6.26 Gauss
and 1.8 A respectively. As a result, the quadrupole
magnetic field gradient increases from 5.8 Gauss/cm to
500 Gauss/cm and the atomic cloud is compressed. In or-
der to reduce atom losses during the compression and to
cool down the sample, the red-shift of the trapping beams
is increased from 2.7 Γ to 10.2 Γ and their power P is
reduced from 8.5 to 6 mW. At the end of the process, the
sample contains 1.2·107 atoms at a temperature of 80 µK.
Its dimensions are 380 µm along the y and z directions
and 1200 µm along x. We note that this compression
stage brings the atoms closer to the chip than typical
atom-chip experiments at room temperature. This is be-
cause of the limited critical current in the Z-wire which
prevents us from performing an efficient transfer from the
mirror-MOT to the magnetic trap at atom–chip distances
larger than 500 µm.

The transfer to the Ioffe-Pritchard trap is finally real-
ized by switching off rapidly all the laser beams in ∼ 1 µs.
At the same time we cut IU in ∼ 100 µs and set IZ at
a value of 1.5 A (100 µs rise time) The bias field Bz re-
mains constant during this operation. We can addition-
ally switch on an homogeneous bias field along the +x di-
rection. It allows us to control both the value of the mag-
netic field as well as its gradient in the vicinity of the trap
center, two important parameters determining Majorana
losses. The magnetic trap is activated for a minimum
time of 50 ms in order to let the hottest untrapped atoms
escape. All the magnetic fields are then switched off and
an absorption image is taken. Figure 4(a) and (b) present
front and side absorption images for Bx = 0 Gauss. The
total atom number is 8.2 ·105, with a distance to the chip
surface of 440 µm and a cloud temperature of 40 µK. The
transfer efficiency from the compressed on chip mirror-
MOT is thus 7%. It could be noticeably increased by
adding a molasses cooling and optical pumping stage be-
fore the final transfer in the magnetic trap. This requires
however a fast switching of the bias field Bz which is im-
possible for the moment because of the large inductance
of the bias coils. High-voltage fast-switching power sup-
plies will make it possible.

Figure 4(c) shows the number of atoms in the trap as
a function of time with Bx = 2.75 Gauss. It displays a
double exponential decay. At the beginning, atom losses
are fast (lifetime τ1 = 5.7(9) s). We interpret this as an
evaporation process, in which the hottest atoms of the
sample escape the trap and stick to the chip surface [17].
As a confirmation, successive time of flight measurements
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FIG. 4: (Color online) Absorption images of the atomic cloud
after 50 ms in the Ioffe-Pritchard trap with Bx = 0 Gauss:
(a) from the front and (b) from the side (direct image and its
reflection in the chip). The g arrows indicate the direction
of gravity. The cloud longitudinal and transverse dimensions
are 1500 µm and 156 µm respectively. The distance from the
surface is 430 µm. (c) Number of atoms in the trap with Bx =
2.75 Gauss (log scale) as a function of time. The solid line
is a bi-exponential fit with characteristic times τ1 = 5.7(9) s
and τ2 = 115(35) s.

during the first 10 s show an exponential decrease of the
cloud temperature from 40 µK down to 20 µK with a
characteristic time of 3.2 ± 1.3 s. At long times, above
20 s, about 25 % of the atoms are still trapped. The losses
then become dramatically small (lifetime τ2 = 115(35) s).
This long lifetime corresponds to an extremely good vac-
uum in the experimental chamber resulting from the effi-
cient cryogenic pumping by the cold surfaces. By assum-
ing that the vacuum is limited by He residual pressure
with a Rb-He scattering cross-section of 100 Å2[18] we
infer a pressure of about 3 · 10−11 mbar. This lifetime is
large enough to perform evaporative cooling for the pro-
duction of a BEC [5]. We also observe that a smaller Bx

bias results in a larger initial number of atoms (deeper
trap) but reduces the value of τ2, probably because of Ma-
jorana losses. For Bx = 0 Gauss we obtained τ2 = 5(2) s.

In conclusion, our results demonstrate the feasibility of
superconducting atom chip traps. We have obtained very
long trapping time, in the minute range. The number
of trapped atoms is sufficient for reaching Bose-Einstein

condensation, a short-term objective of this experiment.
A significant increase of the atom number is expected
after straightforward improvements. This will allow us
to study coherent atomic manipulations in the vicinity
of a superconducting environment. In particular we plan
to move the cloud away from the initial trapping region
towards another part of the chip where the atomic sample
will be held in front of a type I or type II superconducting
surface. The trapping lifetime or the coherent transport
of a BEC sample over these surfaces will be of particular
interest.
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