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Phase controlled superconducting proximity effect probed by tunneling spectroscopy
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(Dated: April 15, 2008)

Using a dual-mode STM-AFM microscope operating below 50 mK we measured the Local Density
of States (LDoS) along small normal wires connected at both ends to superconductors with different
phases. We observe that a uniform minigap can develop in the whole normal wire and in the
superconductors near the interfaces. The minigap depends periodically on the phase difference.
The quasiclassical theory of superconductivity applied to a simplified 1D model geometry accounts
well for the data.

PACS numbers: 74.45.+c, 07.79.-v, 74.78.Na, 73.20.At

The proximity effect at the interface between a normal
metal (N) and a superconductor (S) consists in the weak-
ening of electron pair correlations on the S side and in
their appearance on the N side, which can then acquire
superconductor-like properties (for a review, see [1]). In
the case of diffusive metals, the quasiclassical theory of
superconductivity [2] provides a powerful framework to
describe this proximity effect. It predicts that if the N re-
gion is smaller than the electron phase coherence length,
it then behaves as a genuine superconductor, i.e. it can
carry a supercurrent and there is an energy range [−δ, +δ]
around the Fermi energy in which there are no available
states for quasiparticles. As δ is smaller than the gap
∆ of the bulk superconductor, it has been dubbed the
“minigap” [2]. A remarkable feature is that this minigap
is the same everywhere in the structure, i.e. both in the
N and in the S electrodes. In particular, this implies a
non-zero Local Density of States (LDoS) in the super-
conductor between δ and ∆. This additional density of
states, which can be seen as the evanescent tail of nor-
mal electrons undergoing Andreev reflection [1] at the NS
interface, dies exponentially when moving into the super-
conductor. These predictions are illustrated in Fig. 1a for
the case of a one dimensional SNS structure in which δ
is furthermore predicted to depend periodically on the
phase difference ϕ between the order parameters of the
two superconductors [3] and vanishes at ϕ = π mod2π,
as shown in Fig. 1b. Although spectral properties of
proximity structures have been partially probed in spatial
measurements of the LDoS [4, 5, 6, 7, 8] and in transport
measurements (refs. in [1] and [9, 10, 11, 12]), neither the
existence of a uniform minigap nor its phase modulation
have been reported. In this Letter we present high reso-
lution measurements of the phase and space dependence
of the LDoS on both sides of the interfaces of SNS struc-
tures, and compare them to the theoretical predictions.

In a Scanning Tunneling Microscope (STM), the de-
pendence of the tunneling current I on the tip-to-sample
voltage V directly probes the electronic states available
at energy eV in the electrode just underneath the sharp
tip. Variations of the LDoS over small distances can
therefore be accessed taking advantage of the high spatial

FIG. 1: (color online) (a) LDoS in a 1-D SNS structure,
obtained by solving the Usadel equations of the quasiclas-
sical theory of superconductivity in diffusive metals, taking
into account scattering at interfaces and geometrical param-
eters [15]. ∆ is the gap of the superconductor. A uniform
minigap δ, defining a range of energy 2δ in which the LDOS
is exactly zero, appears across the normal region and in the
S electrodes. In the latter, the finite conductance between δ
and ∆ decreases exponentially away from the interfaces, and
the BCS DoS is eventually recovered. The color scale was
chosen to enhance the visibility of the minigap. (b) Predicted
2π-periodic phase modulation of δ.

resolution of the STM. In a measurement with a normal
metal tip, the differential conductance dI/dV (V ) at small
energies is simply proportional to the LDoS of the elec-
trode, broadened by an instrumental function which is
ideally the derivative of the Fermi distribution function
of the electrons in the tip at temperature Te [13]. This
sets a limit to the energy resolution of such tunneling
spectroscopy at about 3.5 kBTe, which can be neverthe-
less small enough to resolve the features due to the prox-
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FIG. 2: (color online) Measured (thick grayed lines) differential conductance taken for zero flux through the loop at various
positions (indicated by the arrows and labeled by capital letters) of the four SNS structures shown by the AFM images (taken
at 35 mK). The length of the silver wire is respectively (a) 300 nm, (b) 500 nm, (c) 900 nm, (d) 2700 nm. The curves are
normalized to 1 at large voltage and are shifted by integer numbers for clarity. The thin black solid lines correspond to the
model based on the quasiclassical theory of superconductivity introduced in the text and described more in depth in Ref. [15].

imity effect, provided the electrons in the tip are cooled
well below the temperature δ/kB.

In order to perform such measurements on nanocir-
cuits, which contain large insulating areas on which
STMs cannot be operated, we have designed and built
a cryogenic dual mode STM-AFM (Atomic Force Micro-
scope) [14, 15], operating with a single metallic tip. This
local probe sensor consists of an electrochemically sharp-
ened tungsten wire [16] glued on one prong of a miniature
piezoelectric quartz tuning fork. The latter is a high qual-
ity factor electromechanical resonator, which here serves
as the AFM transducer [17]. Other dual mode instru-
ments are being developed and used elsewhere [18, 19].
The AFM mode is used to acquire detailed topographic
images of the samples which later on allow for accurate
positioning of the tip for STM spectroscopy. The mi-
croscope is mounted in a table-top dilution refrigerator
with a base temperature of ∼35 mK. By itself this is not
sufficient to ensure a low electronic temperature Te and
therefore a high energy resolution: it is of critical impor-
tance to also shield and filter all the electrical lines needed
to operate the microscope, and to measure the tunnel
current with a low back-action amplifier. For these pur-
poses, we developed microfabricated cryogenic filters [20]
and a custom low-noise, differential-sensing current am-
plifier [21]. After cooling down, the tip is moved on the
sample substrate towards the structures of interest, us-
ing a 3-axes capacitance-indexed coarse-positioning sys-

tem based on stick-slip motion. During this stage, the
microscope is operated in AFM mode, and recognition
of superficial patterns etched in the substrate is used to
locate the structures. Once a satisfactory AFM image
is recorded spectroscopy measurements are performed in
STM mode at several positions along the mapped struc-
ture.

AFM pictures of four of the SNS structures that were
measured are shown in Fig. 2. They consist of a loop
formed with a nominally 60 nm-thick, 200 nm-wide U-
shaped superconducting aluminum (Al) electrode and a
nominally 50 nm-wide and 30 nm-thick normal silver
(Ag) wire. The Al film is designed to overlap the Ag
wire at both ends over nominally 50 nm. Several struc-
tures were fabricated simultaneously on the same insulat-
ing substrate chip with Ag wire lengths ranging from 300
nm to 3 µm (for details on the fabrication see [14, 15]).
The aspect ratio of the structures was chosen such that
a magnetic flux Φ threading the loop imposes a phase
difference ϕ ≃ 2πΦ/Φ0 across the silver wire [22], with
Φ0 = h/2e the flux quantum. To sink the tunnel current
when performing spectroscopy, the Al electrode is con-
nected to ground on one side. The visible part of the Ag
wires is covered by a fully oxidized 2 nm-thick aluminum
film. By putting the tip in mechanical contact with this
oxide layer, one can obtain nearly drift-free tunnel con-
tacts with conductance of the order of 1 µS. This allows
to take reproducible, high resolution spectra, by measur-



3

ing the differential conductance as a function of the DC
tip-sample bias voltage, using a lock-in amplifier with
typically a 1 µV AC excitation.

When the tip is placed on top of an Al electrode far
away from any contact to the Ag, the differential con-
ductance (Fig. 2a curve A, and Fig. 2b curve F) dis-
plays the well known behavior of a Bardeen–Cooper–
Schrieffer (BCS) superconductor, with an energy gap
and its characteristic singularity at the gap edge. These
curves are well fitted with a BCS DoS, with an energy gap
∆ = 170 µeV for Al, and an effective electronic temper-
ature Te = 65 mK. This is higher than the temperature
of the refrigerator during the measurements (35 mK),
probably because of a still insufficient reduction of the
electrical noise. The corresponding energy resolution of
20 µeV is nevertheless, to our knowledge, the best ob-
tained so far in STM spectroscopy.
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FIG. 3: Differential conductance dI/dV (V ) versus voltage
measured in the middle of the 300 nm-long Ag wire (posi-
tion D) for different values of the phase difference across it as
shown by the phase-clocks (ϕ/π = 0.06, 0.32, 0.57, 0.83; 0.96,
1.00, 1.08; 1.21, 1.34, 1.46, 1.59).

In Fig. 2 we also show the LDoS measured at zero flux
for several positions along each of the four normal wires.
Both in the 300 and in the 500 nm-long Ag wire, the dif-
ferential conductance vanishes around zero voltage, on
an energy range independent of position, which is the
signature of a minigap in the DoS. The minigap is larger
for the shorter wire. In the 900 nm-long wire, the con-
ductance is strongly reduced on a smaller energy range
around zero, but remains always finite. Finally, in the
middle of the 2.7 µm-long wire, dI/dV (V ) is nearly con-
stant, i.e. unaffected by the proximity effect. Yet, in this
long wire, the LDoS is strongly affected near the ends of
the wire. When the tip is placed on the Al near a contact
to the Ag wire, a small finite conductance is observed at
subgap voltages (see e.g. curve G in Fig. 2b, curve T
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FIG. 4: (color online) Differential conductance versus voltage,
for different values of the phase difference ϕ across the 300 nm-
long Ag wire. Left quadrants : measured; Right quadrants :
calculated. Top : on the N side (position C); Bottom : on
the S side, close to the interface (position B - Note that the
scale is linear up to 0.02 and logarithmic above, to magnify
the variation for small subgap conductance). This shows that
the minigap is also present on the superconductor side with
the same value as on the N side. Dashed lines are guides to
the eye.

in Fig. 2c and curve B in Fig. 2a and the corresponding
close-up in the bottom part of Fig. 4). In structures dis-
playing a finite minigap in the N wire we find that the
same minigap is also present on the S side, despite very
different overall shapes of the LDoS. Correlatively, the
order parameter is slightly reduced close to the interface
as shown by a shift in the position of the peak in the
density of states (160 µV at position B vs. 170 µV at
position A in Fig. 2a). Farther from the normal metal
(positions A and F in Fig. 2), the subgap LDoS vanishes.

The variations with the phase difference ϕ of the LDoS
in the middle of the shortest wire (position D) are shown
in Fig. 3. As ϕ is increased, dI/dV (V ) gradually deforms
and δ disminishes. Around ϕ = π, the minigap vanishes,
and the LDoS approaches that of the normal state: su-
perconductivity is then maximally frustrated in the wire.
This behavior is Φ0-periodic with the applied flux [15],
which provides the phase calibration for each structure.
The left quadrants of Fig. 4 show the measured variations
of the subgap conductance on both the S and N side (po-
sitions B and C respectively), establishing further that
for all values of ϕ, the minigap is the same in both the S
and N part of the structure. A similar phase modulation
is observed in the 500 and 900 nm-long wires.

The above measurements can be compared with the
predictions of the quasiclassical theory of superconduc-
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tivity in diffusive metals. This theory is based on the
evaluation of the quasiclassical retarded Green func-
tion which, for a superconductor, is a 2 × 2 matrix of
disorder-averaged correlation functions in electron-hole
(or Nambu) space. This matrix depends on position
and energy and obeys a diffusion equation, known as
the Usadel equation, with boundary conditions at the
interfaces [23]. Finding the LDoS in our structures re-
quires, in principle, to specify their full 3-D geometry
(including the interfaces and their properties), a com-
plex task which, as far as we know, has never been done.
For simplicity, we restrict here to solving a crude one-
dimensional SNS model involving geometrical and ma-
terial parameters common to all structures (as they are
fabricated simultaneously), and per-structure parameters
characterizing the NS interfaces [15]. Due to the finite
extent of the overlap interfaces of N and S in the sam-
ples, one cannot define exactly the tip-to-interface dis-
tance. Hence, for simplicity, in the model the effective
position of the tip along the effective N wire length is
crudely mapped to the apparent position of the tip on
the AFM image, with an offset roughly equal to half the
overlap length (see [15] for further details). Finally, in
order to account for the effective temperature of the tip,
we compare the measurements with the outcome of this
model convolved with the derivative of Fermi function
at 65 mK. In spite of the simplifying assumptions of the
model, an overall agreement is obtained for the phase,
space, wire length and energy dependence of all the con-
ductance curves, as shown in Figures 2 and 4. Devia-
tions are most pronounced in the shortest wire at posi-
tions near the wire ends (e.g. positions C and E), for
which the 1D approximation neglecting the finite extent
of the overlap junction geometry is relatively more im-
portant. Also, a narrow dip in the conductance predicted
near V = 0 at the middle of the 2.7 µm-long wire is not
observed (see Fig. 2d), which may point to some uncon-
trolled depairing mechanism not taken into account in
the model.

In conclusion, we have measured with unprecedented
energy resolution the spatial and phase dependence of
the superconducting proximity effect in a series of dif-
fusive structures. In particular, we have shown that an
identical phase-dependent minigap is present in both the
N and S electrodes. This works complements our under-
standing of the proximity effect and supports its descrip-
tion by the quasiclassical theory. These findings are a
first illustration of what can be achieved with this low
temperature AFM-STM. There is a large variety of hy-
brid nanocircuits, which combine for example magnetic
materials, semiconductors or even molecules such as car-
bon nanotubes, that should also give rise to a number
of interesting short range “proximity effects” at inter-
faces. In addition, the capabilities of this new instrument
can be extended in various ways. For instance, a super-
conducting tip would allow probing the superconducting

condensate [24] or the electronic distribution functions in
nanocircuits driven out-of-equilibrium, providing insight
on local electron dynamics in the samples [25]. One could
also use spin-polarized tips [26] to resolve spin order, or
use the sensor for local gating or electrostatic force mea-
surements [27] on the circuit. This combined AFM-STM
cryogenic microscope is thus a versatile tool that opens
broad perspectives in mesoscopic physics.
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