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Abstract 
The purpose of this work consists in following the dependence of physical properties on the 
temperature during the compaction of an organic component. A special thermo-regulated die 
has been developed to realize uniaxial compression at different constant temperatures. This 
study has shown that a temperature change modifies the microstructures and the mechanical 
behaviour of the tablets. The measurement of the tablet porosity during the compression cycle 
allows us to conclude that temperature influences mainly the phenomena occurring during 
the isobaric stage of the compression cycle and not the ones during the pressure increase. On 
the other hand, during the pressure increase, the acoustical activity of the powder is reduced 
when temperature increases. The tensile strength of tablets realized at different temperatures 
was also studied and shows a maximum around 60 °C that can be explained by the SEM 
analysis of the microstructure of the tablets. 

KKeeyywwoorrddss::  
Compression; Temperature; Organic powder; Acoustic emission; Porosity 

I. Introduction 
Granular materials are commonly used in pharmaceutical and chemical industries. In order to 
solve recurrent problems like powder flowability or dusty atmospheres, powders are generally 
compacted or agglomerated to obtain granules of larger size. More often, compaction can just 
be considered as a simple process to improve the packaging of material. Powders are generally 
stored under controlled temperature and moisture conditions but in the end they are handled 
in hot tablet makers, where temperature may reach 60 °C. 
Classical works made on powder compaction consist in studying parameters like the 
maximum pressure reached, the punch velocity, and the duration of isobaric stage, on tablet 
properties [1], [2], [3], [4] and [5]. But the study of the influence of temperature during the 
compression is neglected in most cases [6], [7], [8], [9] and [10]. As a matter of fact, the 
behaviour of mineral compounds is not significantly modified by a temperature increase, 
because of their high melting point and of the low mobility of their atoms or ions at relatively 
low temperatures. Fragmentation, plasticity and viscosity of mineral powders are not 
modified by an increase of a few tens of degrees. In the opposite side, most of pharmaceutical 
and chemical products, in particular organic products, are sensitive to temperature and 
exhibit quite low melting points. Therefore plasticity and viscosity of such products can be 
significantly modified by a slight increase of temperature. 
The aim of this work is to examine the influence of the temperature on the compressibility of 
an organic powder commonly used in the pharmaceutical or chemical industry. In our case, 
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the temperature and the humidity of the room are controlled and fixed at 20 °C for the 
temperature and 50% for humidity for all experiments, except the temperature varying from 
20 °C to 120 °C in uniaxial press tests. The consequences on mechanical properties and on the 
structure of the tablets have been studied. In order to determine whether the powder grain 
may develop cracks under compaction, an apparatus has been mounted on the die to follow 
the acoustic emission produced by the grains during the compaction cycle. Mechanical 
properties have been determined by a diametral-compression test and the faces of tablets 
fractured after the Brazilian test were observed by SEM. 

II. Experimental procedure 
A temperature controlled die has been developed. Different studies have been carried out to 
characterize the evolution of the porosity, the mechanical strength and the modification of the 
fracture surface of tablets as function of temperature. Results are linked to the acoustic activity 
measured during the compression, as done in previous works with cornstarch and aspirin [11]  
IIII..11..  MMaatteerriiaall  aanndd  mmeetthhooddss  

II.1.1 Material 

Only one organic powder, named product A has been used for this study. It exhibits a visco-
plastic behaviour and a melting point close to 150 °C. This product of the chemical industry is 
provided as a white powder showing a narrow particle size distribution centred to a mean 
diameter of 300 μm. The true density of this powder is measured by using the helium 
pycnometry technique (Micromeritics, Accu Pyc 1330): the value is equal to 1.40 g cm− 3. An 
X-ray analysis, mentioned below, will show that this value will be considered as constant in 
the range of temperature studied. 

II.1.2 Methods 
Tablets are produced at constant mass of about 0.5 g in a 13 mm diameter die with a 5 kN 
press LLOYDS. Two series of tablets are made to allow analyses just after the ejection for a 
first group and 24 h after the ejection for the other tablets. Final tablets are 2 mm in height. 
Six cylindrical holes are regularly placed in the die around the centre hole dedicated to the 
powder and the punches. Six heating rods (Figure 1) equipped with thermocouples J are 
inserted in the holes and connected to a temperature regulator TGC 2000 from Setaram. The 
rods are resistors, which each can deliver a power of 250 W. The maximum power delivered 
by the regulator is 2000 W under 220 V. The temperature regulator was calibrated before use. 
One rod was placed in a bath regulated in temperature and the values measured by the 
thermocouple were plotted versus the real temperature of the bath. A linear equation was 
found: TR (°C) = 5.265TB (°C) − 120.08, where TR is the temperature measured by the 
thermocouple of the rod and TB is the temperature of the bath. The LMS error, R2, is equal to 
1. Once submitted to a temperature increase, the die takes quite a long time to get stabilized. 
For example, to heat the die and reach a constant temperature of 50 °C, 1 h is needed. So a 
preheating time of 3 h has been imposed before the insertion of the powder. 
Now let us consider the protocol chosen for the compaction experiments. 
The die is first cleaned with alcohol and pre-lubricated with a solution of magnesium stearate 
(5 g L− 1) before being heated. After a 3 h heating, the powder is inserted inside the die. Then a 
period of 15 min is imposed before beginning the experiments. In this way the homogeneity in 
temperature in the powder is ensured. Two piezoelectric sensors are fixed around the die to 
measure the acoustic activity of the powder during the compression: see later on how the 
acoustical emissions are measured. The compression cycle can be shown in Figure 2. In a first 
time, pressure increases at a punch velocity Vm = 10 mm min− 1 up to a maximum pressure 
Pmax = 50 MPa. Then the pressure remains constant during a dwelling time tp = 30 min, and 
finally the pressure decreases with a corresponding constant punch velocity of Vd = 10 mm 
min− 1. The punch stops only when it reaches its initial position. The time td, which represents 
the duration between the end of the experiment and the ejection of the tablet, is nil. The time 
tr before characterization is nil or equal to 24 h in function of the group of tablets realized. All 
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IIII..22..  AAnnaallyysseess  
In order to understand the influence of the pressure on the porosity and on the mechanical 
strength of the tablets, several characterizations have been carried out. First of all, thanks to 
the transducer placed on the head of the punch, one can follow the porosity under stress 
during the pressure increase n(P) and during the isobaric stage n(tp). In the same time, 
measurements of the number of events of acoustical emission are realized. After ejection and 
a relaxation time of 24 h, the mechanical strength R(T) of tablets prepared at different 
temperatures are also measured. The faces of the fractured tablet are analysed by SEM to 
observe the evolution of the internal structure with the temperature. Finally the XRD analysis 
gives us information on the evolution of the degree of crystallinity of the material as a 
function of the temperature 

II.2.1. Study of the porosity 

Two gauges measure the displacement and the force applied by the punch on the powder 
during the compression cycle. The initial position of the punch is collected for each 
experiment to bring a correction on the displacement of the punch: this series of data makes 
possible to compare all the experiments. These values are recorded by the software controlling 
the press and one can calculate the evolution of the porosity of the powder as a function of 
pressure and time. The porosity under pressure (n) can be defined by Equation (1). 

2
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Vp: the porous volume, Vapp: the total volume (pores + grains), Vs: the solid volume, ms: the 
weight of powder, r: the internal radius of the die (radius of tablets), ρs: the density of the 
powder, Δl: the height of powder in the die. 
To get precise values of the porosity, we should know the variations of the density of a product 
with the temperature, but it is not the case for the product studied. Nevertheless, by 
considering that such variations present only second order effects, significant conclusions can 
be deduced anyway. All the curves shown in this paper are built as the average values from 4 
experiments. 

II.2.2. Study of the acoustic emissions 
As indicated in Figure 2, several phenomena [12], [13] and [14] appear during the 
compression cycle: granular rearrangements, fragmentation, and elastic, viscous, or plastic 
deformations of the media. A phenomenon like fragmentation emits numerous acoustic 
waves. The frequency domain concerned by these acoustic emissions (A.E.) is wide from 10 to 
120 kHz. Once detected and registered, the acoustic signals are analysed to determine which 
phenomenon occurs during the compression cycle and its characteristics. 
To record A.E., two piezoelectric sensors are placed at two opposite positions around the die 
at the powder level (Figure 1 and Figure 3). A compression cycle is realized without powder to 
measure the “blank” that will be considered as the background noise and removed from all 
values. 
The software “Mistras”, developed by Euro Physical Acoustics, allows the acoustic signals to 
be acquired and treated. It allows the visualization and the analysis in real time of the acoustic 
bursts (amplitude, energy, duration, number of counts). A count represents one acoustic 
event, whereas a burst is the sum of several events that together represent a real event (a 
fragmentation for example). To be taken into account in a burst, counts must present 
amplitude higher than the amplitude of the background (measured during a compression 
experiment without powder in the die). In our case, the value of the background is 40 dB. 
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II.2.3. Tablet strength 
A diametral-compression test is realized with a durometer Vanderkamp in order to estimate 
the mechanical strength of tablets. This test consists in compressing tablets diametrically 
between two platens with a force increasing up to a maximum F for which the tablet is 
fractured. The determination of the tensile strength is possible thanks to the relation of Fell 
and Newton [15] (Equation (2)). Tablets are considered as cylinders of diameter D and height 
e. So the value for the maximum tensile stress, R, is constant over the whole of the load 
diameter and presents a magnitude: 

2

x x
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III. Results and discussion 
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IIIIII..11..  EEffffeeccttss  ooff  tthhee  ccoommpprreessssiioonn  ccyyccllee  ppaarraammeetteerrss  
At the beginning of the pressure increase, grains reorganise themselves without noticeable 
deformation (simple packing). Indeed, the initial volume of powder is quite aerated, so that 
grains can easily move under the local shear and axial stress to reach a higher compacted state 
(blocked state). This state is characterized by an important number of contacts per grain. 
When this state is reached and the pressure continues to increase, grains are deformed 
(elastically or viscously) and/or are fractured. The plastic irreversible deformations appear 
instantaneously during the pressure increase. During the isobaric stage, the viscous 
deformations of the granular medium submitted to a constant axial stress are also irreversible 
but appear as a time-dependent phenomenon. These deformations of the grains provoke more 
and more important rearrangements of the granular medium, with variations of the mean 
locations and the shape of the grains, especially around each contact. These deformations lead 
to a better cohesion between grains. The packing fraction still increases. During the decrease 
of pressure, elasticity effects may appear in tablets, sometimes leading to a loss of cohesion of 
the tablets and defects (layering, capping). This is not the case for product A. 
At the end of the compression cycle, before or after the tablet ejection, the reorganisation of 
the compact continues. The global volume of tablets generally increases. This phenomenon is 
also considered as a viscous relaxation of the shear stresses. 

III.1.1. Evolution of the porosity during the pressure increase 
The temperature at which the compression is realized has a noticeable influence on the 
compression of the product A (Figure 4). At temperature less than 100 °C, the curves are 
similar. That allows us to conclude that the temperature presents no marked influence during 
the pressure increase for temperatures less than 100 °C. The types of reorganisation must be 
similar and remain unchanged in this temperature range. On the opposite side, the shape of 
the curves is completely changed for temperatures higher than 100 °C. The explanation 
probably lies in different types of reorganisation. 

III.1.2. Evolution of the porosity during the isobaric stage 
The influence of the temperature on the evolution of the porosity during the isobaric stage is 
important (Figure 5). Up to 80 °C, the porosity decreases while the temperature increases. 
But for temperature higher than 80 °C, the shape of the curves is completely modified: the 
temperature close to the melting point of the powder induces significant modifications on the 
powder behaviour. In order to calculate the points and plot curves, Equation (1) was applied 
with the measured true density of the pure product (1.40 g cm− 3). But near the melting point, 
the product may begin to become very ductile and locally even starts melting in some regions 
so that its density may change as well. As a consequence, the porosity calculated using Eq. (1) 
for temperature higher than 100 °C might present higher uncertainties. From a more general 
point of view, powder density measurements seem to be quite essential prerequisites for 
available assessments for data of this kind, under temperature thermodynamically compatible 
with the solid form. In this case, the problem of the phase transition is superimposed. 
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IIIIII..22..  IInnfflluueennccee  ooff  tteemmppeerraattuurree  oonn  tthhee  AA..EE..  
In this part, two types of graphs have been superimposed: pressure versus time and the 
cumulative number of counts versus time. Data have been obtained thanks to the two 
piezoelectric sensors placed around the die. The curves obtained are presented in Figure 6 for 
two different temperatures. 
One can notice an increase of the acoustic activity when the temperature increases. This 
observation might be linked to an increase of the number of grain fractures. 

IIIIII..33..  IInnfflluueennccee  ooff  tteemmppeerraattuurree  oonn  tthhee  mmeecchhaanniiccaall  ssttrreennggtthh  
Figure 7 shows a great influence of the temperature on the tablet tensile strength. Whatever 
the relaxation time after the ejection is, the tensile strength is maximum around 60 °C. 
Between 20 and 80 °C, the evolution of the porosity under pressure (Figure 4) does not 
depend on the temperature in contrast with the evolution of the mechanical strength that 
increases with the temperature (Figure 7). The A.E., strongly connected to the rate of 
fragmentation, also increases with the temperature (Figure 6). In fact, the growing number of 
fragmentations creates new areas of contact between grains, which improve the mechanical 
strength. The study of the relaxation time shows only a small influence on the curve R(T). 
Whatever the temperature is, the tensile strength needed to break a tablet is increased by the 
relaxation time. 

IIIIII..44..  EEvvoolluuttiioonn  ooff  ttaabblleett  ccoohheessiioonn  
The internal microstructures of fractured tablets have been observed and analysed by SEM. 
The grains of product A are clearly evidenced on the picture taken from tablets made at room 
temperature (Figure 8a). A typical inter-granular fracture can be observed. A zoom (× 10) 
focused on the interface between two grains shows that the pores still remain between 
particles of mean size 10 μm ( Figure 8b). 
For tablets made at 60 °C, the grains seem to be more difficult to identify (Figure 9a). A trans-
granular type fracture has occurred inside the grains, sharing crystalline planes. This 
observation is confirmed in Figure 9b where stripes can be seen. The temperature increase 
has favoured grain cohesion and therefore fractures occur inside the grains and not between 
the grains. This could explain the increase of the tablet tensile strength. 
For tablets made at 140 °C, grains are no more evidenced, but a continuum of matter takes 
place (Figure 10a). There is no free space between grains and the porosity is considerably 
lowered. The facets in Figure 10b confirmed the type of trans-granular fracture observed. The 
tablets behave like a continuum of matter: from this point of view, the mechanical strength 
would increase at first sight, but during the cooling (and after ejection of the tablet); cracks 
may appear and propagate inside the relaxed tablets. As a consequence, tablets might become 
brittle and the mechanical strength decreases. Cracks are visible in Figure 10b. 

IIIIII..55..  EEvvoolluuttiioonn  ooff  tthhee  ssttrruuccttuurree  
Diffractograms of tablets made at room temperature and at 140 °C are similar after cooling. 
The diffraction lines are identical showing that no chemical transformation has happened; but 
their intensities are somewhat different. In situ XRD analysis directly on the powder have also 
been carried in a high temperature camera showing the same kind of results under heating or 
cooling. A variation can also be noticed in the intensity of the peaks (orientation effect). The 
variations observed on the peak positions are very small when temperature increases: the 
lines slightly move either to the left or the right depending on the Miller indexes, but these 
displacements are not important enough to conclude to the creation of a new crystal lattice. 
The only phenomenon explaining these observations would be a very small dilatation of the 
elementary cell of the crystallites when the temperature increases. A refinement of the 
elementary cell parameters developed by a least square method for diffractograms obtained at 
different temperatures do not show great changes in the values of the elementary cell 
(elementary cell volume variation < 10− 3). 
The hypothesis that the true powder density does not vary with temperature is therefore 
verified. The maximum in the mechanical strength cannot be explained by this small and 
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monotonous modification of the lattice. Obviously changes in the mechanical strength on 
heating are not linked to the density variation. 

IV. Conclusions 

The compression of an organic powder has been studied under various conditions of pressure 
and temperature. XRD analysis has shown that this powder does not present any structure 
modification as observed in thermal decompositions or polymorphic transformations. The 
true density remains constant in the temperature range studied. 
Tablets have been elaborated in an original heating compression die. Phenomena occurring 
are followed using continuous monitoring of acoustic emission and porosity variations under 
stress. Discrete characterizations of the mechanical strength and of the fracture surface 
morphology have been performed. 
It was observed that the rate of isobaric compaction is considerably enhanced above 100 °C, 
which could be attributed to the vicinity of the melting point. Moreover the evolution of 
porosity versus time during the isobaric stage depends strongly on temperature. These 
evolutions are in connection with the visco-plastic behaviour of the product at the scale of few 
minutes. 
The mechanical strength exhibits a maximum near 60 °C: microstructure studies show that 
inter-granular cracks appear and propagate into the tablets prepared above this temperature 
during cooling. The higher the temperature the greater the number of defects in the tablets is, 
as seen in SEM experiments. On the one hand raising the temperature allows a gain in 
plasticity and then in cohesion and hardness. On the other hand, for temperature close to the 
melting point, at the ejection from the die, a hard cooling creates cracks in tablets and a 
decrease of the mechanical strength occurs. 
In the same way, acoustic emission is enhanced by a rise in temperature, due to an increase in 
the number of grain fractures under loading conditions. 
This study shows that an optimum temperature exists to get a better cohesion in tablets of 
organic materials. For the product A, 60 °C seems to be the good choice of temperature to 
enhance good mechanical strengths. This can be a good example to guide optimisation of 
compaction processes for organic powders, deeply depending on temperature. 
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FFiigguurree  11::  TThhee  uunniiaaxxiiaall  ddiiee  wwiitthh  tthhee  66  hheeaattiinngg  rrooddss  wwiitthh  aa  tteemmppeerraattuurree  rreegguullaattiioonn  ssyysstteemm..  TThhee  ppiieezzooeelleeccttrriicc  sseennssoorr  
uusseedd  ttoo  ddeetteecctt  tthhee  aaccoouussttiicc  eemmiissssiioonnss  ccaann  bbee  sseeeenn  oonn  tthhee  lleefftt..  

 

FFiigguurree  22::  CCoommpprreessssiioonn  ccyyccllee..  
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FFiigguurree  33::  AAccqquuiissiittiioonn  ooff  ddaattaa  ffoorr  cchhaarraacctteerriizziinngg  aaccoouussttiicc  eemmiissssiioonnss..  

 

FFiigguurree  44::  EEvvoolluuttiioonn  ooff  tthhee  ppoorroossiittyy  ooff  tthhee  pprroodduucctt  AA  dduurriinngg  tthhee  pprreessssuurree  iinnccrreeaassee  ffoorr  ddiiffffeerreenntt  tteemmppeerraattuurreess..  

 

FFiigguurree  55::  EEvvoolluuttiioonn  ooff  tthhee  ppoorroossiittyy  ooff  tthhee  pprroodduucctt  AA  dduurriinngg  tthhee  iissoobbaarriicc  ssttaaggee  ffoorr  ddiiffffeerreenntt  tteemmppeerraattuurreess..  
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FFiigguurree  66::  PPrreessssuurree  aanndd  AA..EE..  vveerrssuuss  ttiimmee  aatt  2255  °°CC  ((lleefftt))  aanndd  aatt  4400  °°CC  ((rriigghhtt))..  

FFiigguurree  77::  RReessuullttss  ooff  mmeecchhaanniiccaall  ssttrreennggtthh  oobbttaaiinneedd  bbyy  ddiiaammeettrraall--ccoommpprreessssiioonn  tteessttss  ((aa))  aafftteerr  tthhee  eejjeeccttiioonn  ooff  ttaabblleettss  
((ttdd  ==  00))  aanndd  aafftteerr  ((bb))  aa  rreellaaxxaattiioonn  ttiimmee  ((ttrr  ==  2244  hh))..  

 

FFiigguurree  88::  FFrraaccttuurreedd  ffaaccee  ooff  aa  ttaabblleett  mmaaddee  aatt  rroooomm  tteemmppeerraattuurree..  
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FFiigguurree  99::  FFrraaccttuurreedd  ffaaccee  ooff  aa  ttaabblleett  mmaaddee  aatt  6600  °°CC..  

 

FFiigguurree  1100::  FFrraaccttuurreedd  ffaaccee  ooff  aa  ttaabblleett  mmaaddee  aatt  114400  °°CC  aafftteerr  ccoooolliinngg  aatt  rroooomm  tteemmppeerraattuurree..  

Tables  

TTaabbllee  11::  EExxppeerriimmeennttaall  pprroottooccooll  

TTeemmppeerraattuurree  ((°°CC))  VVmm  PPmmaaxx  ttpp  VVdd  TTdd  TTrr  

2255,,  6600  aanndd  114400  1100  mmmm  mmiinn--11    5500  MMPPaa  3300  mmiinn  1100  mmmm  mmiinn--11  00  mmiinn  00  mmiinn  oorr  2244  hh  

VVmm  aanndd  PPmmaaxx  aarree  cchhoosseenn  iinn  aaggrreeeemmeenntt  wwiitthh  ggeenneerraall  iinndduussttrriiaall  aapppplliiccaattiioonn  rreeqquuiirreemmeenntt..  TThhee  ddwweellll  ttiimmee  ttpp  iiss  
eexxtteennddeedd  ttoo  3300  mmiinn  aass  ttoo  eevviiddeennccee  ppoorroossiittyy  vvaarriiaattiioonn  vveerrssuuss  ttiimmee,,  bbuutt  ppoorroossiittyy  vvaarriiaattiioonn  ccaannnnoott  bbee  oobbsseerrvveedd  
dduurriinngg  tthhee  vveerryy  sshhoorrtt  ddwweellll  ttiimmee  dduurriinngg  iinndduussttrriiaall  aapppplliiccaattiioonn  ((sseeee  FFiigguurree  55  ttoo  eevvaalluuaattee  tthhee  ttiimmee  ssccaalleess  ffoorr  tthhee  
vviissccoouuss  bbeehhaavviioouurr  ooff  tthhee  mmaatteerriiaall))..  TThhee  ttiimmee  ttdd  iiss  nniill,,  aass  iinn  iinndduussttrriiaall  aapppplliiccaattiioonnss,,  bbuutt  oonnee  ccaann  ssoommeettiimmeess  iiddeennttiiffyy  
eeffffeeccttss  ooff  tthhiiss  ppaarraammeetteerr  iinn  ssoommee  eexxppeerriimmeennttss,,  lliikkee  ““ppuusshh  oouutt  eexxppeerriimmeennttss””  aalllloowwiinngg  ttoo  ffoollllooww  tthhee  ssttrreennggtthh  
nneecceessssaarryy  ttoo  eexxttrraacctt  tthhee  ttaabblleett..  ttrr  ccaann  ttaakkee  ttwwoo  vvaalluueess::  00  mmiinn  oorr  2244  hh  ((ppoorroossiittyy  ooff  rreellaaxxeedd  ttaabblleettss))..  
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