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We observe experimentally by photoluminescence the band structure and specific emission
properties of an in-plane, light-diffracting photonic crystal formed onto a multimode gallium nitride
waveguide. Clear-cut two-dimensional photonic crystal effects are reported. Comparison with
modeling results in identification of the band structure, provides insight into the light diffraction
mechanism and points out design issues for enhancement of the extraction efficiency. © 2005
American Institute of Physics. �DOI: 10.1063/1.2039987�
Over the last few years, gallium nitride �GaN�-based ma-
terials have emerged as a reference blue-green solid-state
light source. As for any light emitting diode �LED�, the issue
of extracting the emitted light has to be dealt with. In a usual
LED, 90% of the light is trapped inside the structure due to
the high refractive index of the material, mostly as guided
modes.1 To improve light extraction, photonic crystals2

�PhCs� constitute a promising candidate, besides more clas-
sic approaches based on geometrical optics.3 Several at-
tempts have been made to incorporate PhCs as “light extrac-
tors,” notably for GaN materials.4 Recently, electrically
injected LED using PhCs have been fabricated, exhibiting
overall light emission enhancement of about x1.5 in the vis-
ible range,5 and up to x2.5 in the ultraviolet.6 However, de-
tailed understanding of the underlying mechanisms remains
open, especially as regards features specific to the PhCs—as
compared to plain one-dimensional �1D� gratings.

In this letter, we present a method for observation of the
band structure of a light-extracting photonic crystal in GaN,
and bring evidence of its behavior as a true two-dimensional
�2D� diffractive element in an overall three-dimensional �3D�
structure. We also point out some issues for light extraction.

Two main ways of improving light extraction by means
of PhCs can be considered: one is the use of the PhCs band
gaps to prevent emission in guided modes;7 the other consists
in using the PhC to couple guided modes to radiative
modes.8,9 The first approach is challenging, due to the need
to combine wavelength-sized microcavities with efficient
electrical injection and to the effect of nonradiative losses.10

Hence, we consider here the second option, namely the use
of a 2D PhC to turn a guided mode �outside the PhC� into a
radiative pseudo-guided Bloch mode, lying above the light
line of air.

Our structure, designed for photoluminescence studies,
is formed as follows: a 2.5-�m-thick GaN buffer layer, a
100-nm-thick Al0.3Ga0.7N layer, a 300-nm-thick cap GaN
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layer which includes a multi-quantum well �QW� region con-
sisting of four-InGaN wells and GaN barriers, and a 40-nm-
thick SiO2 layer �remaining from the fabrication process�.
The QWs are grown so as to display broad emission �425–
450 nm at half maximum�, in order to characterize a large
region of the photonic band structure. The triangular lattice11

photonic crystals, defined by electron-beam lithography and
dry etching �Fig. 1�, consist of rectangular arrays of 160 by
320 �m, large enough to easily observe light extraction. This
geometry could be used in a LED where the emission region
is separated from the PhC extraction region. The following
basic PhC characteristics are thus used: to avoid reflection of
the incoming guided mode at the PhC interface, we try to
“match” the vertical profiles of the guided and Bloch modes
by using a shallow, perturbative PhC of 120 nm depth.12,13

The PhC period should be such that the emitted wavelengths
fall above the light line, and preferably below the second
Bragg order of the PhC—at higher orders of diffraction, most
of the light would be extracted towards the substrate.14,15 In
our case �modes of effective index neff �2.45�, this corre-
sponds to a PhC period a=200 nm.

We characterized the PhC structures by angular-resolved
photoluminescence spectroscopy. The QW was excited by a
He–Cd laser, focused 400 �m away from the PhC structure.
Luminescence from both the QW and the PhC region was
collected by a 1 mm aperture rotating �−90° to 90°� at a
distance of 150 mm from the sample. The PhC and laser spot
can both be considered located at the center of the rotation
movement, considering their proximity at the scale of the
FIG. 1. Scanning electron microscope image of the PhC.
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setup. Figure 2 shows an angular-resolved spectrum in TE
polarization for a PhC with a filling factor f =0.3, excited in
the �M direction. The left hand side of the spectrum is char-
acteristic of an InGaN QW emission in a thick GaN layer:
thin film fringes appear, which are dominated by the inter-
ference between the light emitted upwards, and the light
emitted downwards and reflected at the GaN/sapphire
interface—the SiO2 layer weakens the impact of multiple
interferences. These fringes modulate the line shape of the
QW. On the right hand side of the spectrum, however, addi-
tional sharply defined emission lines appear which signal
light emission from the PhC region. Several properties un-
ambiguously confirm that this emission is typical of a PhC
structure. The radiation is strongly directional and occurs
backwards, that is, the guided light propagating towards the
right of the PhC region is diffracted in the air to the left.16

Indeed, the PhC period is tuned between the first and second
Bragg orders, and the extracted component of the Bloch
wave has an in-plane wave vector given by: k=k//−G,
which lies on the left side of the reduced Brillouin zone �k//
being the in-plane wave vector of the Bloch mode, and G the
reciprocal lattice vector in the �M direction�. The emission
is mainly TE polarized �in excess of 80%�. This is expected
since most of the light emitted in guided modes is TE and its
polarization should be mostly conserved by a shallow PhC.
In order to isolate the emission due to the PhC region, we
carefully substract the direct emission of the QW, deduced
from the left side of the spectrum. After normalizing this
spectrum by the QW line shape, converting the angles into
in-plane wave vectors and adding G, we obtain the disper-
sion relation of the PhC bands �Fig. 3�a��, folded in the first
Brillouin zone.

We notice that two sets of bands are present: the first �set
A� are intense lines with a strong slope, while the second �set
B� are weaker and with a lower slope. Anticrossings appear
between the two sets of bands. These band sets can be un-
derstood simply from the band structure of an infinite 2D
photonic crystal with small photonic strength �Fig. 4�a��. In
the considered region, two Bloch modes exist in the infinite
2D photonic crystal. Mode A has properties close to a plane
wave �nearly free photon dispersion folded by periodicity�,

FIG. 2. �Color� Measured angular-resolved spectrum. Inset: Excitation
geometry.
while mode B �a nearly degenerate doublet� is a more com-
Downloaded 31 Aug 2005 to 129.104.38.4. Redistribution subject to A
plex Bloch mode, essentially a superposition of two plane
wave harmonics. In the real structure, which is multimode in
the vertical direction, each of the vertical modes �m=1, 2…�
has its own effective index nm, and gives rise to two bands
Am and Bm �Fig. 4�b��. These two sets correspond to those of
the measured band structure.

To check quantitatively this interpretation and account
for the radiation losses, we modeled the full 3D structure
with a spectral-domain rigorous electromagnetic solver,17

which provides both the dispersion and extraction rates of
the Bloch modes. GaN refractive index values were taken

FIG. 3. �Color� �a� Measured band structure of the PhC �log scale�. �b�
Measured and theoretical �red dots� band structure. �c� Measured �blue� and
theoretical �red� emission along a band �indicated by an arrow on figure �b��.
�d� Zoom on an anticrossing.

FIG. 4. �a� Two-dimensional band structure of a photonic crystal in the �M
direction. �b� Corresponding band structure in a multimode waveguide:

mode m gives rise to two PhC bands, Am and Bm.
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from Ref. 18. The general dispersion obtained �Fig. 3�b��—
using no fitting parameter—is in very good agreement with
the measurement, including bands position and anticrossings.
Several of the calculated bands are not observed experimen-
tally: we checked that they correspond to the lowest-order
guided modes �m�7�. Their overlap with the photonic crys-
tal region is lowest, and their extraction rate is very poor.
This should be taken into account for optimal design of the
overall layers and PhC structure.

The observation of anticrossings with B-type modes is
especially significant since, unlike pure A-type modes, those
are specific to 2D photonic crystals. More precisely, if the
PhC merely behaved as a superposition of independent 1D
gratings, only unperturbed A-type modes would be
observed.19 Besides, owing to the nontrivial Bloch mode
structure of B-type modes �superposition of two waves�, it is
interesting to observe in practice that an incoming guided
mode can excite Bloch modes at the anticrossings—even
though the coupling is not strong, as can be seen from their
relatively weak intensity compared to pure A-type modes.
Anticrossing between some of the Am and Bn modes �m
�n� is caused by the coupling due to refractive index modu-
lation. Therefore, anticrossing is mainly observed �both theo-
retically and experimentally� for those modes which strongly
overlap with the PhC holes �Fig. 3�d��.

It is also interesting that the measured emission intensity
collapses at high frequencies �u�0.47, e.g., ��425 nm�,
that is, when the wave vector is close to the Brillouin zone
center, whereas calculation shows that Bloch modes with
good extraction rate still exist at that frequency. This appears
on Fig. 3�c� where the emission of a given Am band is dis-
played �oscillations stem from thin film interferences, as
above�. This discrepancy may partly stem from poor cou-
pling of the guided mode to Bloch modes close to the band
gap, where the structure of Bloch modes is significantly al-
tered by the PhC effect—even for shallow PhCs. It would be
easy to circumvent this by designing the photonic crystal to
operate far enough from a Bragg order. However, this region
of the band structure also corresponds to the low-wavelength
tail of the QW emission, where reabsorption of guided
modes by the QW is strongest. The relative effect of mode
coupling and absorption still calls for clarification. This
should be compared to the case of Ref. 5, where light is
created directly in the photonic crystal region, and coupling
and absorption are plausibly not issues: extraction is ob-
served at the third Bragg order �nearly vertical angles�. How-
ever, current injection then becomes an issue because of the
presence of the photonic crystals above the active region.

The experiments were also carried out for filling factors
0.2 and 0.37, and for PhCs oriented in the �K direction,
yielding results supporting the above analysis.

Finally, separate microphotoluminescence measurements
enable us to measure a band-averaged attenuation rate for
light propagating in the PhC structure. Upon varying the col-
lection point along the PhC area, we observe an exponential
decay of the extracted radiation. We obtain a value of
Ldecay�100 �m, somehow independent of the wavelength,
in good agreement with the values due to radiation loss ob-

tained from simulation �80–140 �m, depending on the band
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considered�. This points out that, in order to extract most of
the guided light, the photonic crystal should spread quite far
around the injected region ��200 �m in our case�.

In conclusion, we have characterized experimentally the
band structure and emission properties of a light-diffracting
2D PhC defined in a GaN structure. We provided a theoret-
ical interpretation based on a 3D spectral model. Measure-
ments reveal peculiar features which are specific of a 2D
periodic structure. Modeling of the structure shows satisfy-
ing agreement with the measurement, and raises several de-
sign issues for light extraction: existence of unextracted
modes, desirable size of the PhC, possible poor coupling for
frequencies close to the second Bragg order. This clearly
calls for further optimization, fully considering both PhC and
vertical heterostructure parameters, and also leaves good
prospects for light extraction in multimode structures.
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