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1. Introduction 

ABSTRACT 

The objective of this study was to manufacture new thermal insulation fiberboards by thermo-pressing. 
The starting material was a slightly deoiled cake (17.6% oil content), generated during the biorefinery 
of sunflower (Helianthus annuus L) whole plant in a co-rotating (Clextral BC 45, France) twin-screw 
extruder. Ali fiberboards produced were cohesive mixtures of proteins and lignocellulosic fibers, act-
ing respectively as binder and reinforcing fillers in what could be considered as a natural composite. The 
molding experiments were conducted using a 400 ton capacity heated hydraulic press (Pinette Emidecau 
Industries, France). The influence of mol ding conditions on board density, mechanical properties and heat 
insulation properties was examined. Mol ding conditions included mold temperature ( 140-200 oc), pres-
sure a pp lied ( 150-250 kgffcm2 ) and molding time ( 40-76 s ), and these great! y affected board density and 
thus the mechanical and heat insulation properties. Board density increased with increasingly extreme 
molding conditions, rising from 500 to 858 kgfm3• The mechanical properties increased at the same time 
(from 52 to 660 kPa for flexural strength at break, from 5.9 to 49.4 MPa for elastic modulus, from 0.5 to 
7.7k]/m2 for Charpy impact strength, and from 19.2 to 47.1" for Shore D surface hardness). Conversely, 
heat insulation properties improved with decreasing board density, and the lowest thermal conductivity 
(88.5 mW fm Kat 25 oc) was obtained with the !east dense fiberboard. The latter was produced with a 
140 oc mold temperature, a 150 kgffcm2 pressure a pp lied and a 40 s mol ding time. A medium mold tem-
perature (160°C) was needed to obtain a good compromise between mechanical properties (272 kPa for 
flexural strength at break, 26.3 MPa for elastic modulus, 3.2 k]/m2 for Charpy impact strength, and 37.3° 
for Shore D surface hardness), and heat insulation properties (99.5 mWfmK for thermal conductivity). 
The corresponding board density was medium (687 kgfm3). Because of their promising heat insulation 
properties, these new fiberboards could be positioned on walls and ceilings for thermal insulation of 
buildings. The bulk cake also revealed very low thermal conductivity properties (only 65.6mWfmK at 
25 oq due to its very low bulk density (204 kgfm3 ). It could be used as loose till in the attics of houses. 

carcinogenicity (Galvin, 1997). Consequently, numerous solvents 
have been considered, including water (Rosenthal et al., 1996). 

Sunflower (Helianthus annuus L) is cultivated for the high oil 
content of its seeds. Oil represents up to 80% of its economie 
value. The industrial process for oil production consists of four 
successive stages: trituration, pressing, extraction of the resid-
ual oil using hexane, and refining (Isobe et al., 1992; Rosenthal 
et al., 1996). Extraction yields are close to 100% with very good 
oil quality. However, the use of hexane for oil production is an 
increasingly controversial issue and could be prohibited due to its 

Severa! re se archers have studied the aqueous extraction of sun-
flower oil (Evon et al., 2007, 2009; Hagenmaier, 1974; Southwell 
and Harris, 1992) that is an environmentally friendly alternative 
to solvent extraction. 1t can be conducted using whole seeds (Evon 
et al., 2007) or from a press cake (Evon et al., 2009) in a Clextral 
BC 45 (France) co-penetra ting and co-rota ting twin-screw extruder 
that enables efficient mechanicallysis of the cens. Three essential 
unit operations are carried out in a single step and in continuous 
mode: conditioning and grinding of the initial material, liquidfsolid 
extraction, and liquidjsolid separation. A fil ter section is positioned 
on the barrel to collect an extract (filtrate) and a raffinate (cake), 
separately. However, the introduction of a lignocellulosic residue 
upstream from the filtration module is essential to enable liq-
uid/solid separation. 

* Corresponding author at: Université de Toulouse, INP, Laboratoire de Chimie 
Agro-industrielle, ENSIACET, 4 Allée Emile Monso, BP 44362, 31030 Toulouse Cedex 
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When applied to the whole plant, aqueous fractionation in a 
twin-screw extruder does not require the addition of a lignocel-
lulosic residue (Evon et al., 2010a) due to the natural abundance 
of fibers in sunflower stalk (Maréchal and Riga!, 1999), and twin-
screw extrusion technology thus appears to be an original and 
powerful solution for the biorefinery of sunflower whole plant. 
Under optimal operating conditions, oil extraction yield reaches 
57%, and residual oil content in cake is 14.3% of the dry matter. These 
conditions lead to the co-extraction of proteins but also pectins and 
hemicelluloses. The corresponding protein extraction yield is 44%, 
and residual protein content in cake is 7.3% of the dry matter. 

Cake moisture content is relatively high (at !east 62%), and soit 
is first dried to facilitate conservation. ft has a porous structure, and 
is main! y composed of lignocellulosic fi bers ( around 58% of the dry 
matter), but also cell debris from the kernel breakdown process. 
Actually, it is lixiviated matter where soluble molecules (proteins, 
pectins ... ) and lipids are partly removed, although plant structural 
molecules are not extracted. The cake is thus suitable for use in 
animal feeds and for energy production in pellet burning furnaces. 
Nevertheless, newvalorizations of the cake as a mixture ofproteins 
and lignocellulosic fibers can be also considered (Orliac et al., 2002, 
2003; Rouilly et al., 2001,2003, 2006a,b). 

The cake's thermo-mechanical behavior has been previously 
studied (Evon et al., 201 Ob). DSC (differentiai scanning calorimetry) 
measurements indicate that denaturation of cake proteins is al most 
complete, and the DMTA (dynamic mechanical thermal analysis) 
spectrum obtained from dried and ground sam pies reveals a signif-
icant peak at high temperature (around 180°C) which, as already 
observed with industrial sunflower cake (Geneau, 2006), is asso-
ciated with the glass transition of proteins. Because the cake is a 
mixture of proteins and lignocellulosic fibers, it can be considered 
as a natural composite, and can thus be successfully processed into 
cohesive, biodegradable and value-added fiberboards by thermo-
pressing, proteins and lignocellulosic fibers acting respectively as 
internai binder and reinforcing fillers (Evon et al., 2010b, 2012a). 

The mechanical properties for bending of fiberboards, increase 
with temperature, pressure and length oftime ofthermo-pressing 
(Evon et al., 2010b, 2012a). The highest flexural strength at break 
(11.5 MPa) and the highest elastic modulus (2.2 GPa) are obtained 
from a cake with a dry matter residual oil content of 14.5%, and 
under the following molding conditions: 500mgfcm2 for cake 
quantity, 200 oc for the temperature of the two aluminium plates of 
the heated hydraulic press, 320 kgffcm2 for pressure applied, and 
60s for molding time (Evon et al., 2010b). The fiberboard thick-
ness is only 3.9mm, its density is quite high (1035kgfm3) and 
DMTA analysis reveals a significant vibratory oscillation peak at 
low temperature (between -20 and -14 °C), which is attributed to 
the ｾＭｴｲ｡ｮｳｩｴｩｯｮ＠ of proteins (glass transition of their side chains) 
(Rouilly et al., 2006b; Zhang et al., 2001 ). No significant transition 
is observed between 0 oc and 200 oc, meaning that proteins ensure 
the agromaterial's cohesion without any phase change in this tem-
perature range. Finally, lignocellulosic fibers' entanglement also act 
as reinforcement. Because of its promising flexural properties, su ch 
a fiberboard would be potentially usable as inter-layer sheet for pal-
lets in the handling and storage industry or for the manufacture of 
biodegradable, multi-board containers, e.g. composters, crates for 
vegetable gardening (Evon et al., 2010b). 

Another industrial application offiberboards made from renew-
able resources is he at insulation of buildings ( walls and ceilings ), 
where the main advantages ofvegetable fibers are abundance, low 
cost (the majority are agricultural residues), minimal environmen-
tal impact, independence from fossil resources, and their natural 
capacity for thermal insulation (Saiah et al., 2010). Insulation 
boards can be made from maize husks and cobs (Paiva et al., 2012; 
Pinto et al., 2011; Sampathrajan et al., 1992), a mixture of durian 
peels and coconut coir fibers (Khedari et al., 2003, 2004), cellulose 

(Nicolajsen, 2005), wastes from tissue paper manufacturing and 
corn peel (Lertsutthiwong et al., 2008), kenaf fi bers (Ardente et al., 
2008), flax and hemp fibers (Benfratello et al., 2013; Korjenic 
et al., 2011; Kymalainen and Sjoberg, 2008), cotton stalk fibers 
(Zhou et al., 201 0), jute fibers (Korjenic et al., 2011 ), cocon ut 
fibers (Alavez-Ramirez et al., 2012; Panyakaew and Fotios, 2011), 
sunflower pith (Vandenbossche et al., 2012), date palm fibers 
(Chikhi et al., 2013), etc. 

The thermal conductivity of insulation boards is often influ-
enced by their densities (Benfratello et al., 2013; Chikhi et al., 2013; 
Khedari et al., 2003, 2004; Lertsutthiwong et al., 2008; Panyakaew 
and Fotios, 2011; Vandenbossche et al., 2012; Zhou et al., 2010), 
and low-density materials have the lowest thermal conductivities. 
As an example, the thermal conductivity of an insulation board 
from sunflower pith is only 38.5mWfmK at 25°C with a board 
density of 36kgfm3 (Vandenbossche et al., 2012). It is compa-
rable to that of conventional insulation materials like expanded 
polystyrene (37.4mWfmK with a board density of 50kgfm3), 

rock wool (35.6 mW fm K with a board density of 115 kgfm3 ), 

and glass wool (35.4mWfmK with a board density of 26kgfm3). 

Thermal conductivity is higher with medium-density materials: 
46-68 mW fm K at room temperature for cocon ut husk insula-
tion boards with board densities of 250-350 kgfm3 (Panyakaew 
and Fotios, 2011), 81.5mWfmK for a cotton stalk fibers insu-
lation board with a board density of 450 kgfm3 (Zhou et al., 
2010), 89.9-107.9mWfmK for hemp fibers insulation boards 
with board densities of 369-475 kgfm3 (Benfratello et al., 2013), 
103.6mWfmK for a coconut coir insulation board with a board 
density of 540kgfm3 (Khedari et al., 2003), and 150mWfmK for a 
date palm fibers insulation board with a board density of754 kgfm3 

(Chikhi et al., 2013). Nevertheless, such boards are viable options 
for use in building insulation (walls and ceilings). 

Heat insulation properties, of fiberboards from cake generated 
during the biorefinery of sunflower whole plant in a twin-screw 
extruder are also promising, even if the corresponding board den-
sities are quite high (904-966kgfm3) (Evon et al., 2012b). Indeed, 
thermal conductivity at 25 oc is rather low for the three fiber-
boards tested, and it decreases from 135.7 to 103.5 mW fm K with an 
increase in board thickness from 5.4 to 1 0.2 mm. Th us, the thickest 
fiberboard ( density 917 kgfm3) gives the best thermal insulation. 
Fiberboards from such a cake with lower density and higher thick-
ness would perhaps produce a significant improvement in their 
heat insulation properties. 

This study aimed to manufacture by thermo-pressing, new 
thermal insulation fiberboards with medium density (from 500 
to 900kgfm3), and high thickness (more than 10mm and up to 
20 mm), from cake generated during the biorefinery of sunflower 
whole plant in a twin-screw extruder, and to evaluate the influence 
of molding conditions (temperature, pressure, and time) on their 
mechanical (flexural properties, Charpy impact strength, and Shore 
D surface hardness) and heat insulation properties. 

2. Materials and methods 

2.1. Material 

Thermo-mechanical fractionation in the twin-screw extruder 
was carried out using a batch of sunflower (Helianthus annuus 
L) whole plant of the oleic type (La Toulousaine de Céréales, 
France) (Table 1), harvested in September, i.e. at plant maturity. 
Whole plant was previously dried in a ventilated oven (50°C, 
48 h) and crushed using a hammer mill (Electra VS 1, France) fit-
ted with a 15 mm screen. The moisture content of the powdered 
plant (batch of around 250kg) was 7.2±0.1% (French standard 
NF V 03-903 ). 



Tablel 
Chemical composition of the sunflower whole plant used for the experiment and of 
the cake obtained, after its thermo-mechanical fractionation in the Clextral BC 45 
twin-screw extruder(% of the dry matter). 

Mate rial 

Minerais 
Lipids 
Pro teins 
Cellulose 
Hemicelluloses 
Lignins 
Water-soluble components 

Feed inl et 

Sunflower whole plant 

8.01 (±0.04) 
24.11 (±0.04) 
11.46 (±0.20) 
24.81 (±0.59) 
8.10 (±0.30) 
10.27 (±0.16) 
18.55 (±Q.40) 

cake 

6.97 (±0.01) 
17.57 (±0.06) 
9.19 (±0.18) 
30.99 (±0.19) 
12.64 (±0.16) 
15.47 (±0.01) 
12.36 (±0.09) 

Thermal induction Thermal induction 

Cake exit 

1 Filter ｾ＠
1--___L_ _ ____, r-'---'-------' 

ｂｾｵｲ･ｬ＠ A\: is and screw profil e Filtra te 

Fig. 1. Schematic modular barrel of the Clextral BC 45 twin-screw extruder used for 
the thermo-mechanical fractionation of sunflower whole plant (Oc= 80'C). 

2.2. Twin-screw extruder 

Thermo-mechanical fractionation was conducted with a Clex-
tral BC 45 (France) co-rotating twin-screw extruder. The extruder 
had seven modular barrels, each 200 mm in length, and different 
twin-screws which had segmentai screw elements each 50 and 
100mm long (Fig. 1). Four modules (modules 3, 4, 5 and 7) were 
heated to 80 ac by thermal induction and cooled by water circu-
lation. A fil ter section consisting of six hemispherical dishes with 
1 mm diameter perforations, was positioned on module 6 to enable 
the filtrate to be collected. Screw rotation speed (Ss). sunflower 
whole plant feed rate (Qs), and barrel temperature (Oc) were mon-
itored from a control panel. 

2.3. Thenno-mechanicalfractionation of sunjlower whole plant 
in the twin-screw extruder 

Sunflower whole plant was fed into the extruder inlet port by 
a Clextral 40 (France) volumetrie screw feeder on the first mod-
ule. Water was injected using a Clextral DKM K20-2-P32 (France) 
piston pump at the beginning of module 4 (Fig. 1 ). The screw pro-
file chosen in this study (Fig. 2) had already been used successfully 
for the aqueous extraction of oil from sunflower whole plant (Evon 
et al., 2010a). The trituration zone was located in modules 2 and 3, 
and consisted of a succession of 10 mono lobe paddles and 5 bilobe 
paddles, 5 cm apart. The extraction zone, situated in modules 4 
and 5, was composed of a second series of 5 bilobe paddles. The 
reverse pitch screws were positioned in module 7, immediately 
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downstream from the filtration module, to press the liquidfsolid 
mixture. 

Twin-screw extrusion was performed for 30 min before any 
sampling to ensure stabilization of operating conditions. Recorded 
operating conditions included feed rates of sunflower whole plant 
and water, temperature, plus motor current. On stabilization, the 
filtrate and the cake were immediately collected for a period 
of 90 min to avoid any variation in outlet flow rates. Sample 
collection time was determined with a stopwatch, and carried out 
once. The filtra te and the cake were then weighed. 

The cake was dried in a ventilated oven ( 60 ac, 24 h) immediately 
after collection. Particle size distribution inside the cake was then 
determined using a Re tseh AS 300 (Germany) vibra tory si eve shaker 
with a 500 g test sample mass. The sieve acceleration was 1.5xg, 
and sieving time 10 min. 

Oil extraction yield in the twin-screw extruder was calculated 
according to the following formula: 

(1) 

where RL is the oil extraction yield based on the residual oil content 
in the cake (%), Qs the inlet flow rate of the sunflower whole plant 
(kg/h), Qc the flow rate of the cake (kg/h), Ls the oil content in the 
sunflower whole plant (%), and Le the oil content in the cake (%). 

The protein extraction yield in the twin-screw extruder was 
calculated according to the following formula: 

Rp = (Qs x ーｾ＠ ｾ＠ｾｾ＠ x Pc) x 100 (2) 

where Rp is the protein extraction yield based on the residual pro-
tein content in the cake(%), Ps the protein content in the sunflower 
whole plant (%), and Pc the protein content in the cake (%). 

The energy consumed by the motor was determined according 
to the following formulae: 

Ss 
P=Uxlxcoscpx Smax (3) 

where P is the electric power supplied by the motor (W), U the 
motor's operating voltage (U=460V), I the current feeding the 
motor (A), cos 'P the theoretical yield of the extruder motor (cos 
'P = 0.95), and Ss and Smax the test speed and maximum speed 
(600 rpm) of the rota ting screws (rpm), respectively. 

p 
SME=-

Qs 
(4) 

where SME is the specifie mechanical energy consumed by the 
mo tor per unit weight of sunflower who le plant (Wh/kg). 

2.4. Thenno-pressing 

The cake was molded by thermo-pressing inside an aluminium 
mold, using a 400 ton capacity Pinette Emidecau Industries 
(France) heated hydraulic press, producing 150 mm x 150 mm 
square fiberboards. Cake quantity for ali experiments was 258 g 
(i.e. 1147 mgfcm2). Two fiberboards were manufactured for ali the 
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Fig. 2. Screw configuration of the Clextral BC 45 twin-screw extruder used for the thermo-mechanical fractionation of sunflower who le plant. T2F, trapezoïdal double-thread 
screw; C2F, conveying double-thread screw; ClF, conveying simple screw; DM, monolobe paddle-screw; BB, bilobe paddle-screw; CFtC, reverse screw; the numbers following 
the type of the screw indicate the pitch ofT2F, C2F, Cl F and CFtC screws, and the length of the DM and BB screws. 



Table2 
Operating conditions used for cake production and results of the therrno-mechanical fractionation of the sunflower whole plant in the Clextral BC 45 twin-screw extruder 
(Oc =80"C). 

Ss(rpm) Qs(kgfh) 

62.5 5.7 

• Qr. is the inlet flow rate of the water. 
b llf is the flow rate of the filtra te. 

Qr." (kgfh) Qc(kgfh) 

20.2 12.1 

thermo-pressing conditions tested (including temperature of the 
aluminium mold, pressure applied, and molding time). Their thick-
ness was measured immediately after thermo-pressing at twelve 
points, with a 0.01 mm resolution electronic digital sliding caliper, 
and the mean value (to) recorded. Then, fiberboards were equili-
brated in a climatic chamber (60% RH, 25 oc) for three weeks before 
any analyses. A first fiberboard was used to assess mechanical prop-
erties for ben ding, and a second one for measuring: he at insulation 
properties, Shore D surface hardness, and finally Charpy impact 
strength. 

2.5. Analytical methods 

The moisture contents were determined according to French 
standard NF V 03-903. The mineral contents were determined 
according to French standard NF V 03-322. The oil contents were 
determined according to French standard NF V 03-908. The pro-
tein contents were determined according to French standard NF 
V 18-100. An estimation of the three parietal constituents (cel-
lulose, hemicelluloses, and lignins) was made using the ADF-NDF 
method of Van Soest and Wine (1967, 1968). An estimation of the 
water-soluble components was made by measuring the mass Joss 
of the test sam pie after 1 h in boiling water. Ali determinations were 
carried out in duplicate. 

2.6. Mechanical properties for bending 

AJFC 5-kN H5KT (France) uni versai testing machine fitted with a 
1 00 N Joad ce li was used to assess the flexural properties orthe test 
specimens according to French standard NF EN 31 O. Such properties 
included energy-to-break (E), breaking Joad (F), flexural strength at 
break (a't), and elastic modulus (Er). The energy-to-break for each 
specimen, was estimated by the area under the Joad deformation 
curve from zero to rupture, calculated using the trapezium method. 
After fiberboard equilibration in the climatic chamber, test speci-
mens were eut 30 mm wide and their thickness was measured at 
three points and their length at two points, with a 0.01 mm resolu-
tion electronic digital sliding caliper. The mean values ofthickness 
(t) and length (1) were recorded to calculate the volume of spec-
imens, which were ali weighed to calculate their mean apparent 
density (d). The test speed was 3 mmjmin and the grip separation 
was 120 mm. Ali determinations were carried out four times. 

2. 7. Charpy impact strength 

A Testwell Wolpert 0-40 daN cm (France) Charpy machine was 
used to assess the impact strength of the unnotched test speci-
mens according to the French standard NF EN ISO 179. It included 
absorbed energy (W), and resilience (K). The test specimens, 60 mm 
long and 15 mm wide, were eut after fiberboard equilibration in the 
climatic chamber. Their thickness was measured at three points 
with a 0.01 mm resolution electronic digital sliding caliper, and 
the mean value (t) was recorded to calculate their section. Impact 
strength measurements were made at 23 oc according to the three 
point bending technique, and grip separation was 25 mm. Ali deter-
minations were carried out twelve times. 

llf b (kgfh) /(A) P(W) SME(Whfkg) 

13.7 9.8 (±0.4) 445.5 (± 17.2) 78.5 (±3.0) 

2.8. Shore D surface hardness 

A Bareiss (Germany) durometer was used to assess the Shore 
D surface hardness of the fiberboards, according to the French 
standard NF EN ISO 868. Ali determinations were carried out 48 
times (24 times for each side of the fiberboard). 

2.9. Heat insulation properties 

Thermal conductivity (À) and thermal resistance (R) of fiber-
boards were determined at three temperatures (10°C, 25°C, and 
40 oc) according to the ISO 8302 08-91 standard, using a Lambda-
MeBtechnik GmbH Dresden EP 500 (Germany) À-Meter hot plate 
apparatus. The area measured was 150 mm x 150 mm, and because 
of swelling in the elima tic cham ber, fiberboards had to be eut bef ore 
measuring to obtain the required dimensions. The difference of 
temperature between the two plates was 5 K. Measurements were 
also made with the bulk cake using a polycarbonate box 1 mm 
thick and 50 mm high. Here, the solid, cake particles were evenly 
distributed in the box, and a 'box effect' correction made on the 
thermal conductivity measurements. The cake was equilibrated in 
the climatic chamber (60% RH, 25 oc) for three weeks before being 
tested. 

3. Results and discussion 

3.1. Cake production by twin-screw extrusion 

Thermo-mechanical fractionation of whole plant and aqueous 
extraction of sunflower oil were conducted simultaneously in the 
Clextral BC 45 twin-screw extruder using a screw configuration 
previously optimized (Evon et al., 201 Oa). A filtra te and a cake were 
collected continuously from the filter section positioned in the bar-
rel on module 6 (Fig. 1). Lipids and water-soluble components, 
mainly proteins but also pectins and hemicelluloses, were partly 
extracted during the process. Operating conditions used for cake 
production and results of the thermo-mechanical fractionation are 
given in Table 2. Cake moisture content was 67.8 ± 0.2%, and it was 
dried in a ventilated oven immediately after production to facilitate 
conservation. 1t was a powder consisting of inhomogeneous parti-
des (Figs. 3 and 4), with chemical composition shown in Table 1. 
lt was richer in oil (17.6% of the dry matter for oil content) com-
pared with other cakes described in previous studies (from 13.1 to 
14.5%) (Evon et al., 2010a,b), leading to an oil extraction yield (RL, 
yield based on the residual oil content in the cake) of 45.9 ± 0.2%, 
and a corresponding protein extraction yield (Rp, yield based on the 
residual protein content in the cake) of 40.4 ± 1.2%. 

The low efficiency of aqueous, whole plant extraction of sun-
flower oil could be explained by the relatively low (3.6) ratio of 
water to solid (Cà/Qs) in the twin-screw extruder compared to 
the ratio used for more efficient experiments (up to 4.1) (Evon 
et al., 2010a,b). 1t was also due to a low extruder filling ratio 
(0.09 kgjh rpm), defined as the input flow rate of sunflower whole 
plant to screw rotation speed ratio (Qs/Ss). resulting in an unsa-
tisfactory liquidjsolid separation of filtrate and cake in the reverse 
pitch screws. Optimal efficiency of sunflower oil extraction with 
water (57%), was obtained in a previous study with an extruder 





Table3 
Thermo-pressing conditions for the manufacture of the five fiberboards. 

Trial 2 3 4 5 

Temperature ('C) 140 140 160 180 200 
Pressure (kgffcm2) 150 250 250 250 250 
Time(s) 40 76 76 76 76 

during molding, corresponded to that giving the best mechanical 
properties for ben ding in a previous study (Evon et al., 201 Ob). The 
lowest temperature (140 oq conversely, was chosen to be near the 
protein glass transition temperature. A previous study using the 
DSC technique, showed that this temperature for sunflower pro-
teins was clearly influenced by their water content (Rouilly et al., 
2001), with a large drop (from 181 to soC) observed as this pro-
tein water content increased from 0 to 26.1% of the dry matter, 
confirming that water acted as a plasticizer for the proteins. Cake 
moisture was 2.6±0.1% at molding, and the glass transition tem-
perature of proteins in this case was therefore estimated to be close 
to 140 oc. Moreover, no temperature higher than 200 oc was tested 
because thermal degradation of most of the organic compounds in 
the cake (i.e.lipids, proteins, hemicelluloses, and cellulose) occurs 
in the 200-37S°C temperature range (Evon et al., 2012b). More 
specifically, another study indicated that thermal degradation of 
sunflower proteins from an industrial cake occurred above 2SO oc 
and below 3S0°C (Geneau, 2006). A second thermal degradation 
stage in the cake from whole plant, situated at around 42S oc, is also 
observed. This corresponds to the thermal degradation of lignins 
only (Evon et al., 2012b). 

The pressure applied varied from 1SO to 2SOkgffcm2. It was 
lower than for other studies: up to 320 kgffcm2 (Evon et al., 201 Ob), 
from 320 to 360kgffcm2 (Evon et al., 2012b), and from 2SO to 
SOO kgffcm2 (Evon et al., 2012a). The objective for such a choice was 
to minimize the density of the materials obtained, in order to man-
ufacture fiberboards with medium-density. Molding time varied 
from 40 to 76 s, which was quite similar to values used in a previ-
ous study (30 s and 60s) (Evon et al., 201 Ob), and was sufficient for 
sunflower proteins to reach a rubbery state during molding. In addi-
tion, for the fiberboard molded at 200 oc (trialS), the low molding 
time (76 s) was also a guarantee against initiation of thermal cake 
degradation during molding. 

The low cake mois ture at mol ding (on! y 2.6%) was chosen to 
minimize vapor generation during thermo-pressing and so restrict 
the risk of defects like blisters inside the fiberboards. Cake quantity 
for ali the experiments was 1147 mgfcm2, and this led to the manu-
facture of thicker fiberboards compared with other materials from 
sunflower cake described in previous studies (Evon et al., 201 Ob, 
2012a,b): at !east 10.3 mm thick (and up to 1S.2 mm) immediately 

Table4 

after thermo-pressing, and at !east 13.0 mm (and up to 20.2 mm) 
after elima tic cham ber conditioning (60% RH, 2S oq for three weeks 
(Table 4). 

Ali the fiberboards were cohesive. As previously observed (Evon 
et al., 201 Oa,b, 2012a,b ), proteins acted as an internai binder inside 
fiberboards, and they contributed to ensure cohesion of the agro-
material, in addition to the entanglement of lignocellulosic fibers 
also acting as reinforcement. Conditioning in the climatic cham-
ber was conducted immediately after thermo-pressing in order to 
assess the mechanical and heat insulation properties offiberboards 
from equilibrated materials. lt resulted in water sorption, and this 
increased with a decrease of temperature, pressure, and molding 
time (Table 4). Indeed, the moisture content offiberboard from trial 
1 was 8.3 ± 0.2% after conditioning, instead of only 6.8 ± 0.1% for 
the fiberboard from trial S. This led to the five fiberboards swelling, 
and the relative increase in their dimensions tended to increase fur-
ther with decreasing thermo-pressing conditions: + 32.S% for trial 
1 instead of +27.0% for trial S for thickness, and +4.2% for trial 1 
instead of +2.6% for trialS for length (Table 4). 

The density of the equilibrated fiberboards was clearly influ-
enced by the thermo-pressing conditions used, increasing with 
increasing conditions (Table 4). lt varied from SOO to 8S8kgfm3, 

and the fiberboard with the lowest density (SOOkgfm3 ) was Iogi-
cally that from trial 1 with the lowest values for mold temperature, 
pressure applied, and molding time: 140°C, 1S0kgf/cm2, and 
40 s, respectively. This meant that a decrease in the fiberboard 
density favored water sorption during climatic chamber condi-
tioning, due to its higher porosity. The mechanical properties of 
fiberboards were also clearly influenced by the thermo-pressing 
conditions, and could be correlated to their densities. Indeed, the 
higher the fiberboard density, the higher its mechanical proper-
ties (Table S). Regarding flexural properties, the energy-to-break, 
the breaking Joad, the flexural strength at break and the elastic 
modulus increased progressively from 3.2 to 44.4 rn], from 3.5 to 
18.7 N, from S1.8 to 6S9.9 kPa, and from S.9 to 49.4 MPa, respec-
tively, with increasing thermo-pressing temperature, pressure, and 
molding time. Similarly, for Charpy impact strength, the absorbed 
energy and the resilience increased from 0.1S to l.S1J, and from 
O.S to 7.7 kjfm2, respectively. Finally, the Shore D surface hardness 
increased from 19.2 to 4 7.1 o. Th us, the most fragile fiberboard was 
also the !east dense board and was from trial 1. 

Since the temperature of the aluminium mold was at !east equal 
to the proteins' glass transition temperature (around 140°C), this 
change occurred systematically during molding and they were 
thus always in a rubbery state. However, because the protein-
based resin became more and more viscous with decreasing mold 
temperature, this meant that the fiber wetting became progres-
sively worse, which could explain why the mechanical properties 

Swelling, water sorption and density offiberboards after conditioning in the climatic chamber (60% RH, 25 'C) for three weeks. 

Trial 2 

Dimensions of fiberboards immediately after thermo-pressing 
t0 (mm) 15.23 (±0.17) 12.77 (±0.12) 
lo (mm)• 150 150 

Dimensions and water sorption of fiberboards after conditioning in climatic chamber 
t(mm)b 20.18 (±0.61)(+32.5%) 17.09 (±0.76)(+33.8%) 
1 (mm)b 156.33 (±0.61)(+4.2%) 155.75 (±0.42)(+3.8%) 
d (kgfm3 )' 500 (±23) 625 (±11) 
Moisture content (%)d 8.33 (±0.17) 7.70 (±0.10) 
Water absorbed (%dry matter) 9.08 (±0.20) 8.34 (±0.11) 

3 

12.25 (±0.28) 
150 

16.00 (±0.56) (+30.5%) 
154.08 (±0.20) (+2.7%) 
687 (±13) 
7.55 (±0.09) 
8.16(±0.11) 

4 

10.77 (±0.12) 
150 

13.85 (±0.46) ( +28.6%) 
153.75 (±0.42) (+2.5%) 
797(±27) 
7.03 (±0.14) 
7.56 (±0.16) 

5 

10.26 (±0.11) 
150 

13.03 (±0.46) (+27.0%) 
153.92 (±0.20) (+2.6%) 
858 (±20) 
6.82 (±0.12) 
7.31 (±0.13) 

The percentages in parentheses refer to the relative increase in the fiberboard dimensions (thickness and length) after conditioning in climatic chamber. 
• lo is the length of fiberboards immediately after thermo-pressing. 
b Measurements were made on specimens prepared for bending tests. 
c Mean apparent density of fiberboards was calculated after weighing of specimens prepared for bending tests. 
d Moisture contents were determined after crushing of the equilibrated fiberboards using a Foss Cyclotec 1093 (Denmark) mill fitted with a 1 mm screen. 



TableS 
Mechanical properties of the five fiberboards manufactured by thermo-pressing. 

Trial 

Flexural properties 
E(mj) 
F(N) 
ur(kPa) 
Er(MPa) 

Charpy impact strength 
WU) 
K(kj/m2 ) 

Surface hardness 
Shore D (') 

Table& 

3.2 (±0.4) 
3.5 (±0.4) 
51.8 (±6.1) 
5.9 (±0.5) 

0.15 (±0.02) 
0.5 (±0.1) 

19.2 (±2.5) 

2 

6.7(±0.6) 
7.7(±0.3) 
157.5 (±5.3) 
22.1 (±2.4) 

0.30 (±0.04) 
1.2 (±0.1) 

29.6(±3.0) 

Thermal conductivity (À) and thermal resistance (R) at three temperatures (10'C, 
25 'C, and 40 'C) of the bulk cake and of the five fiberboards manufactured by 
thermo-pressing. 

Trial ('C) Bulk cake• 2 3 4 5 

À(mW/mK) 
10 60.9 84.4 91.6 94.9 102.3 106.0 
25 65.6 88.5 96.4 99.5 106.8 110.5 
40 68.3 95.0 104.1 106.6 115.8 120.0 

R(m2 KJW) 
10 0.852 0.239 0.187 0.168 0.135 0.123 
25 0.792 0.228 0.177 0.161 0.130 0.118 
40 0.760 0.212 0.164 0.150 0.120 0.109 

a 204 kgjm3 for bulk density. 

of fiberboards diminished as the mold temperature decreased. 
Thus, when the mold temperature was only 140°C (trials 1 and 
2), proteins became a Jess effective binder within the material due 
to insufficient wetting of the fibers, logically leading to the most 
fragile fiberboards of the study (Table S ). Conversely, fi ber wetting 
was much improved at a 200 oc molding temperature (trialS). Such 
thermo-pressing conditions were also associated with the highest 
values for pressure applied and molding time (2SO kgffcm2 and 
76 s, respectively), leading logically to the densest fiberboard of the 
study and so to the most mechanically resistant insulation board. 

3.3. Influence of thermo-pressing conditions on heat insulation 
properties of jiberboards 

The heat insulation properties of the five fiberboards were mea-
sured at three temperatures: 10°C, 2S°C, and 40°C. As generally 
observed for thermal insulation solids, the thermal conductivity 
of the five fiberboards tested increased with increasing temper-
ature, with the thermal resistance logically and simultaneously 
decreasing (Table 6). The same tendencywas also observed for mea-
surements made on the bulk cake. Consequently, the capacity for 
thermal insulation of ali the mate rials tested, decreased noticeably 
with increasing temperature. The thermal conductivity of the bulk 
cake and of the five fiberboards was also clearly influenced by their 
density, and it increased linearly with increasing density (Fig. Sa). 
Similar characteristics have been observed on severa! occasions, in 
particular for insulation boards made from durian peel and coconut 
coir (Khedari et al., 2003, 2004), wastes from tissue paper manu-
facturing and corn peel (Lertsutthiwong et al., 2008), cotton stalk 
fi bers (Zhou et al., 201 0), cocon ut husk and bagasse (Panyakaew and 
Fotios, 2011), sunflower pith (Vandenbossche et al., 2012), hemp 
fibers (Benfratello et al., 2013), and date palm fibers (Chikhi et al., 
2013 ). At the same time, the thermal resistance logically decreased 
(Fig. Sb), and these trends were observed at ali three temperatures. 
However, here we will focus on the 2S oc results, considered as 
ambient temperature. 

3 4 5 

15.3 (±1.4) 22.5 (±1.5) 44.4(±3.9) 
11.6 (±0.9) 14.1 (±0.6) 18.7 (±1.0) 
272.0 (±21.0) 441.7 (±19.5) 659.9 (±36.1) 
26.3(±2.2) 44.5(±3.7) 49.4(±4.9) 

0.78 (±0.09) 0.96(±0.10) 1.51 (±0.13) 
3.2 (±0.4) 4.6(±0.5) 7.7 (±0.7) 

37.3(±3.2) 45.8(±3.7) 47.1 (±4.4) 

Thermal conductivity was rather low for the five fiberboards 
(Table 6), due to their medium densities (from SOO to 8S8 kgfm3) 

contributing to better heat insulation properties compared with 
previous results obtained with denser materials (Evan et al., 
2012b ). Moreover, as already mentioned, it decreased with the 
decrease in board density. 1t was 110.5mW/mK for the most 
dense (8S8kgfm3) fiberboard and only 88.SmW/mK for the !east 
dense one (SOO kgfm3). The increase in porosity within the boards 
thus improved their thermal insulation capacity, and such values 
were in line with the thermal conductivities of other experimen-
tal medium-density insulation boards, made from cotton stalk 
fibers (Zhou et al., 2010), hemp fibers (Benfratello et al., 2013) 
or coconut coir (Khedari et al., 2003), and considered as viable 
options for use in building insulation: 81.SmW/mK (4SOkgfm3 

for board density), 89.9-107.9 mW fm K (369-47S kgfm3 for board 
densities) and 103.6mW/mK (S40kgfm3 for board density), 
respectively. At the same time, the thermal resistance varied 
from 0.118 to 0.228 m2 K/W (Table 6). In addition, the adsorp-
tion of water during climatic chamber conditioning was greater 
for the Jess dense fiberboards (Table 4) due to their higher 
porosity, and thus the heat insulation properties also depended 
on the moisture content of the equilibrated boards. Indeed, the 
thermal conductivity decreased with increasing moisture con-
tent (Fig. 6a), and the thermal resistance rose at the same time 
(Fig. 6b). 

Because the heat insulation properties of the fiberboards 
improved with decreasing density (Fig. S), the fiberboard with the 
weakest thermal conductivity (trial 1) also corresponded to the 
most fragile insulation board (Table S ). Conversely, the most con-
ductive fiberboard (trialS) was also the most mechanically resistant 
insulation board. Consequently, the medium density (687 kgfm3) 

fiberboard from trial3 (160°C for mold temperature, 2SOkgffcm2 

for pressure a pp lied, and 76 s for mol ding time) was a good compro-
mise between mechanical properties (272 kPa for flexural strength 
at break, 26.3 MPa for elastic modulus, 3.2 kJ/m2 for Charpy impact 
strength, and 37.3° for Shore D surface hardness) and those for 
he at insulation (99.S mW fm K for thermal conductivity at 2S oc, 
and 0.161 m2 K/W for the corresponding thermal resistance). Fitted 
on walls and ceilings, it could be used for the thermal insula-
tion of buildings. Measurements made on the bulk cake indicated 
that it was an even better insulation material (only 6S.6mW/mK 
for thermal conductivity at 2S oc, and O. 792m2 K/W for thermal 
resistance), which was certainly due toits very low bulk density 
(204kgfm3 ) and toits porous structure (Table 6). It also would be 
suitable for the thermal insulation of houses as loose till in attic 
spa ces. 

To conclude, the originality of this study derives from two 
distinct points. Firstly, the optimal fiberboard (trial3) was a self-
bonded composite materiallike the four others, meaning that there 
was no necessity to add any external binder to obtain a panel with 
good cohesion. Secondly, the reinforcing fibers inside these pan-
els originated essentially from sunflower stalks, and these fibers 



:4 
= 
ｾ＠= 
"" 

130 

120 

110 

100 

90 

80 

70 

60 

(a) 

t--- .... -· .. 
·-------_-._. 

_ ... - __ .. --· 
ＭＭＺＮｾＭｾＭ .. -·· 

-·-_ .. ----

ＵＰＫＭｾＭＭｲＭＭｲＭＭＮＭＭｲｾｲＭＭｲＭＬＭＭＬＭｾＭＭｲＭＭｲＭＭｲＭＭｲＭｯ＠

150 200 250 300 350 400 450 500 550 600 650 700 750 800 850 900 

C' 0.7 

ｾ＠ 0.6 

ｾ］＠ 0.5 
""0.4 
ｾ＠ 0.3 

0.2 

0.1 
................ _. _____ _ 

0.0 ＫＭｾＭＭｲＭＭｲＭＭＮＭＭｲｾｲＭＭｲＭＬＭＭＬＭｾＭＭｲＭＭｲＭＭｲＭＭｲＭｯ＠

150 200 250 300 350 400 450 500 550 600 650 700 750 800 850 900 

<1 (kglm') 

Fig. S. Thermal conductivity (a) and thermal resistance (b) of the bulk cake and of the five fiberboards manufactured by thermo-pressing, as a function oftheir density at 
three temperatures (10"C, 25 "C, and 40"C). 
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Fig. 6. Thermal conductivity (a) and thermal resistance (b) of the five fiberboards manufactured by thermo-pressing, as a function of their moisture content at three 
temperatures (10"C, 25 "C, and 40"C). 

are not now commercially available. Indeed, the sunflower harvest 
concerns only the seeds and not the by-products of its culture like 
the stalks and head s. However, the ir promising ability for both rein-
forcement of composite materials and thermal insulation could, in 
the future, justify their harvest in the field at the same time as the 
seeds. Which in turn could genera te an additional source of in come 
for farmers. 

4. Conclusion 

New thermal insulation fiberboards were manufactured using a 
heated hydraulic press, from a cake generated during the biore-
finery of sunflower whole plant in a twin-screw extruder. Ali 
fiberboards were cohesive. Proteins acted as an internai binder, 
and entanglement of lignocellulosic fibers also acted as reinforce-
ment. The thermo-pressing conditions had an important influence 
on board density and on mechanical and heat insulation proper-
ties. The density of the insulation materials varied from 500 to 
858 kgjm3 , and the !east dense fiberboard was produced un der 
the lowest values of mold temperature (140aC), pressure applied 
(150kgfjcm2 ), and molding time {40s). The heat insulation prop-
erties improved with decreasing fiberboard density, and thermal 
conductivity of the !east dense fiberboard was only 88.5mW/mK 
at 25 ac. However, such a board was also the most fragile. A 160 ac 
mold temperature gave a good compromise between mechani-
cal properties (272 kPa for flexural strength at break, 26.3 MPa 
for elastic modulus, 3.2 k]jm2 for Charpy impact strength, and 
37.3a for Shore D surface hardness) and heat insulation properties 
(99.5mW/mK for thermal conductivity). Positioned on walls and 
ceilings, it could be used for the thermal insulation of buildings. 
The heat insulation capacity of the bulk cake was even better (only 

65.6 mW fm K). It also would be sui table for the thermal insulation 
of houses wh en used as loose fil! in attic spaces. 
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