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1 Introduction  
In recent years, there has been a growing renewal of 
interest in fibres derived from natural sustainable 
sources, as a result of their potential use in high 
performance composite materials.  
Because natural fibres are characterised by a large 
variability in their mechanical properties, the design 
of reliable structures based composites containing 
such natural fibres is a significant challenge for 
engineers, who are accustomed to the availability of 
consistent and accurate data for man-made fibres. 
In addition to their highly scattered mechanical 
properties, numerous fibres are characterised by a 
non-linear tensile behaviour. It has been observed by 
many authors in wood [1-5], and also in plant fibres 
such as flax [6-8] and hemp [9-12]. One of the 
typical nonlinear curve shape is plotted in Fig.1. 
 
Fig.1. Typical tensile stress-strain curve shape for 
elementary hemp fibre. The curve is divided into 3 
distinct domains. 
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The first part of this curve (I) is apparently linear up 
until a yield level (i1), beyond which a strong 
decrease in rigidity is observed (II). A second 
inflection point (i2) appears at a higher deformation, 
and is followed by a quasi-parabolic increase in 
rigidity up until final failure (III). 
 
Many hypotheses have been proposed in the 
literature to explain the nonlinear tensile behaviour 
of isolated wood or plant fibres, and the fibres' 
stiffness recovery or improvement after loading 
beyond the yield point. In the case of wood 
tracheids, Page et al. [1] confirmed a relationship 
between the nonlinear shape of the tensile curve and 
the onset of cell wall buckling. They clearly showed 
that the yield point (i1) corresponds to the onset of 
wall buckling. Eder et al. [13] also showed more 
recently that thick-walled fibres are highly resistant 
to tension buckling and that tension buckling 
therefore can only explain the nonlinearity of the 
stress-strain curve in the case of thin-walled fibre. 
Nonlinear behaviour is also frequently attributed by 
other authors to reorientations of the cellulose 
microfibrils with respect to the fibre axis, when they 
are submitted to axial loading. A linear fit was 
established between MFA and strain for coir fibres, 
by Martinschitz et al. [14]. 
 
Others authors attribute this nonlinear behaviour to 
shear deformations in the non-crystalline region, 
which can partially damage the cell wall [15], or 
provoke a stick-slip phenomenon [5]. Indeed, it is 
well-known that the elongation of the fibre induces 
shear strain inside the cell wall, between the 
cellulose microfibrils and in the matrix between the 
cellulose microfibrils . According to Keckes et al. 
[5], beyond the yield point (i1) the shear stress could 
provoke a viscous flow of the matrix. When the 
stress is released there would be no back-flow of the 
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matrix, but a lock-in phenomenon associated with 
immediate bond re-formation in the fibrils' new 
position.  
 
The nonlinear tensile behaviour was modelled by 
Nilsson and Gustafsson [16] for hemp fibres, by 
introducing defects into the helical structure of the 
cellulose microfibrils, and by Navi and Sedighi-
Gilani [17] who proposed a model for wood fibres 
with an elasto-plastic behaviour for amorphous 
polymers, based on the assumption of a helical, non-
uniform distribution of cellulose microfibrils in the 
fibre and damage of the amorphous constituents 
after yielding.  
 
The understanding of this particular behaviour is of 
great importance in view of the need to develop 
suitable models for bast fibres and bast fibres 
reinforced composites. This work discusses the 
possible mechanisms responsible for the nonlinear 
behaviour using experimental data and numerical 
approaches and provides a discussion of state-of-the-
art hypotheses.  

2 Experimental background 

A home-made-micro-tensile-stage was designed and 
developed in our team to apply repeated progressive 
loadings (RPL) on fibres between one and 

approximately ten millimetres in length and having a 
diameter of a few tens of microns. The stage was 
designed to be easily positioned on a microscope or 
XRD sample holder (Fig.2). 

The micro-tensile stage and the collected results are 
widely described in a previous work [12]. It 
highlighted several fundamental aspects of the 
tensile behaviour of elementary hemp bast fibres, 
which are synthesised in this paragraph. 

During tensile loading and unloading the stress-
strain curves are quasi-linear up to the yield point 
(Fig. 1a - point (i1)), as shown in Figs. 1 and 3. 
Beyond this point, the apparent rigidity of the fibre 
decreases significantly when the fibre is loaded. 
When the load is released, the fibre’s stiffness is not 
only recovered but significantly increased. The 
normalized apparent Young’s modulus can reach a 
value ranging between 2 and 4, as a function of the 
fibres at their ultimate strain [12]. When the fibre is 
re-loaded, the curve remains linear up to the 
previously applied maximum loading level, and then 
deviates again in accordance with a lower apparent 
rigidity beyond this point. 

 

 

Fig.2. Home-made micro-tensile stage with in situ observation. 
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These RPL tests clearly show that the level of the 
yield point i1 increases after each additional 
progressive loading phase. These experimental 
results also reveal the persistence of residual strain 
when the tensile load is released, regardless of the 
loading level. The residual strain accumulates as a 
function of the applied loading cycles and can 
represents up to 2% at the ultimate load. 

Fig.3. Stress-strain curves resulting from repeated 
progressive tensile loading of elementary hemp 
fibres. 
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The reversibility of the residual strain was checked 
by introducing a pause time following load release, 
for each cycle. Fig. 4 shows the stress-strain curves 
recorded for pause times of 3 hours between each 
loading cycle.  

Fig.4. Stress-strain curves of repeated progressive 
tensile loading, with a load release between each 
cycle. 
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The hysteresis occurring between load release and 
subsequent loading increases as a function of the 
pause time. This outcome demonstrates that, 
although a major component of the residual strain is 
permanent and irreversible, a minor component is 
time dependently reversible. 

In the third domain of the stress-strain curve, the 
relationship between stress and strain is slightly 
parabolic (Fig. 1). Images recorded using polarised 
light microscopy (PLM) at different loading levels 
clearly show that the dislocations gradually 
disappear from the hemp fibre during tensile testing 
(Fig. 5).  
 

Fig.5. Series of polarized light microscopy images, 
showing that during tensile testing of a hemp fibre, 
the fibre dislocations gradually disappear, at stress 
levels beyond the second inflection point (i2). 
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This result is in agreement with the work of 
Thygesen et al. [18]. In the present study it was also 



found that the dislocations disappeared only beyond 
the second inflection point (i2). Dislocations are 
zones in the fibre in which the cell wall Microfibril 
Angle (MFA) is greater than in most other parts of 
the fibre. Beyond the stress level corresponding to 
the second inflection point, the cellulose microfibrils 
in these distorted areas are in all likelihood rotated to 
an orientation which is nearly parallel to the fibre 
axis, such that their MFA becomes very similar to 
that of the surrounding areas, and no obvious 
difference in surface reflectivity can be observed 
under polarised light. 
This deployment of the microfibrils in the 
dislocation areas is partially reversible, since the 
dislocations reappear a few minutes after the load 
has been released. As emphasized by Thygesen et al. 
[18], the straining of dislocations does not lead to a 
new stable condition. This reversibility is highly 
time-dependent, and the time constant was 
determined to be relatively short when compared 
with the value of two months reported by the above 
authors [12]. 
 

3 Modelling Cellulose Microfibril re-alignment 

The nonlinear behaviour of bast fibres is often 
attributed in literature to reorientation of the 
cellulose microfibrils with respect to the fibre axis, 
when they are submitted to axial loading [6-9,15]. 
This assumption certainly needs to be qualified, 
since although in situ polarised light microscopy 
confirmed the microfibrils' re-alignment, this 
occurred mainly in the dislocation areas, and then 
only beyond the second inflection point (i2). 
However, our results concerning the MFA should be 
interpreted with considerable caution, since the PLM 
observations were concerned mainly with the 
microfibrils on cell wall surfaces. For this reason, 
we developed a model able to take into account the 
MFA evolution as a function of the increasing 
tensile stress. 

3.1 Mathematical modelling 

The rotation of the cellulose microfibrils induced by 
the axial mechanical solicitations was obtained 
through the deformation gradient F  assuming a 

plane kinematics with respect to the re
�

 axis. 

 

Fig. 6. Theoretical evolution of the cellulose 
microfibrils before and after loading. 
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The microfibril angle (1-ψ) was calculated using the 
following equation (Eq. 1). 
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3.2 FE modelling  

The fibre was modelled by a tube whose inner and 
outer diameter are respectively 4,4 µm and 13,35 
µm. A length of 1 mm has been chosen in this work. 
The 3D finite element meshing was 80, 40, 6 
elements respectively in axial, hoop and radial 
direction (Fig. 7a). Only the largest layer (S2) of the 
fibre has been taken into account, the other layers 
been neglected. The cell wall material has been 
modelled by a transversally isotropic behaviour 
(EL=75.7 GPa, ET=11.7 GPa, νLT=0.15, GLT=2.52 
GPa). These properties were calculated in a previous 
work using mixture laws [19]. A MFA of 11° 
(ψ0=79°) has been taken to define this direction in 
the virgin structure. An axial displacement has been 
imposed on the top and bottom of the fibre to obtain 



 

5  

WHAT ARE THE POSSIBLE ORIGINS OF THE NONLINEAR 
TENSILE BEHAVIOUR OF HEMP FIBRES

a wide range of strain. The averaged axial stress was 
calculated from the reaction to the imposed 
displacements on the top and bottom surfaces. 
 

3.3 Numerical simulation  

The numerical simulation of the fibre behaviour has 
been carried out with ABAQUS® software. The 
computed axial stress (Fig. 7) and the apparent 
elastic modulus (Fig. 8) were plotted as a function of 
axial strain in both cases, with or without taking into 
account the microfibrils’re-orientation.  
 
Fig.7. Computed stress/strain curve with (plain) and 
without (dotted) microfibrils’ re-orientation. 
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Fig.8. Computed apparent elastic modulus with 
(plain) and without (dotted) microfibrils’ re-
orientation. 
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All along the tensile test, the microfibrils rotate from 
their initial 11° up to 5.5° for an extreme axial strain 
of 4% (Fig. 9). Fig. 7 clearly shows that when taking 

into account this progressive decrease in MFA 
during tensile test, a slight parabolic-shaped curve is 
obtained. This shape is similar to that obtained in 
part III of the experimental tensile curve. An 
additional increase in stiffness is also observed when 
taking into account this progressive re-orientation. 
Numerical simulations provide a stiffness increase 
of about 25% between 0 and 4% of axial strain, in 
comparison to the 7.5% computed without taking 
into account re-orientation (Fig. 9). 

 

Fig.9. MFA as a function of axial strain. 
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These numerical calculations confirm that the 
microfibril re-orientation can only explain partially 
the high increase in stiffness observed from an 
experimental point of view. These results seem also 
to prove that this mechanism is certainly dominant 
in the last part of the tensile curve (III). 

 

4 Discussion  

On the basis of our experimental background, of the 
above numerical results coupled with state-of-the-art 
knowledge, we propose in this paper a scenario to 
explain the complex tensile behaviour of hemp fibre. 
This scenario, summarised in Tab. 1 and Fig. 10, 
provides a basis for discussion, on a subject which 
remains largely open in the literature. The results of 
the present study will be enhanced in the near future, 
through the use of additional experimental and 
theoretical methods.  
In the first part of the typical stress-strain curve (I), 
the linear behaviour is often attributed to the elastic 



deformation of the fibres' semi-crystalline and 
amorphous constituents.  
 
Tab.1. Possible scenario describing the various 
mechanisms contributing to the multiple 
nonlinearities of the stress-strain curve of hemp 
fibre. 
 

Segment 
(point) of the 
stress-strain 

curve 

Observations Possible mechanisms 

I Quasi-linear 
behaviour with 
slightly 
irreversible strain. 

� Elastic deformation of 
the cellulose 
microfibrils and 
amorphous polymers. 
� Slight rotation of the 
microfibrils towards a 
more parallel 
orientation. 

i1 Yield level � Matrix flow threshold: 
bonds break in the 
amorphous matrix. 

II Apparent decrease 
in fibre’ stiffness. 
Quasi-linear 
behaviour, with 
significant 
irreversible 
deformations and 
fibre stiffening 
when the load is 
released or the 
fibre is re-loaded. 

� Viscous flow of the 
amorphous components 
under shear strain and 
lock-in at a new 
position. 
� Stress-induced 
crystallization of the 
para-crystalline 
cellulose. 
� Spiral spring-like 
extension of the 
cellulose microfibrils in 
the amorphous matrix. 
 

I2 Inflection point. � Maximum flow point 
of the matrix. 
� Crystallisation 
saturation point. 

III Quasi-linear or 
parabolic. 

� Deployment of 
cellulose microfibrils in 
dislocation areas. 
� Decrease of the mean 
MFA. 
� Interfacial rupture 
between crystalline 
cellulose and the 
amorphous matrix. 

 

Fig.10. Schematic representation of the scenario 
proposed to explain the complex tensile behaviour of 
hemp fibre. 
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As shown by our measurements, irreversible strain is 
clearly present, even at these low loading levels. The 
elastic deformation of the constitutive polymers is 
certainly balanced by microstructural re-
arrangements, such as straightening of the cellulose 
microfibrils, which could lead to the observed 
residual strain effects. As proposed by Keckes et al. 
[15], beyond the yield point (i1) the shear stress in 
the fibre wall could provoke viscous flow in the 
matrix, with lock-in occurring at the new position, 
which could provide an explanation for the 
irreversible strain and significant decrease in fibre 
stiffness in the second part of the stress-strain curve 
(II). This re-arrangement of the bonds between 
amorphous macromolecules does not deteriorate the 
mechanical properties of the amorphous matrix. 
 
The shear strain affects not only the amorphous 
polymers, but also the interface between the 
cellulose microfibrils and the paracrystalline 
cellulose, as well as the interface between the 
microfibrils themselves. Paracrystalline cellulose 
could partially crystallise beyond the yield point, 
and up to the second inflection point, which possibly 
corresponds to the crystallisation saturation point. 
This hypothesis is in agreement with the conclusions 
of Astley and Donald [20]. Using in situ SAXS and 
WAXS, they showed for flax fibres, that the (200) 
peak intensity increases during deformation. This 
effect was attributed to strain-induced crystallization 
of the cellulose. According to these authors, this 
provides evidence that the non-crystalline cellulose 
chains are initially oriented, and could clearly 
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explain an increase in the fibres' stiffness. Clearly, 
this strain-induced crystallisation could lead to 
irreversible stiffening of the fibre in the axial 
direction. The time-reversible fibre stiffening 
component is attributed to extension of the cellulose 
microfibrils, much like that of a spiral spring, in the 
amorphous matrix. 
In the last part of the tensile curve (III), the 
aforementioned mechanisms are certainly associated 
with a significant re-alignment of the cellulose 
microfibrils. Using RPL with in situ PLM, we 
showed significant and reversible re-alignment of 
the cellulose microfibrils in the dislocation zones. 
The results collected using the developed model also 
pointed out a significant and progressive decrease in 
the mean MFA as a function of the stress level, after 
the second inflection point in the third part of the 
curve (III). The parabolic shape of this curve part is 
consistent with the one computed with a microfibril 
re-alignment. 

5 Conclusion  

Experimental tests and numerical simulations 
highlight several fundamental aspects of the tensile 
behaviour of elementary hemp bast fibres, and 
provide clues to the possible origin of the stress-
strain curve nonlinearity. The hypothesis of 
microfibril re-alignment, often proposed in 
literature, is highly questioned. Indeed, results 
clearly show that these re-alignments mainly operate 
at some point in the final stage of the tensile loading.  
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